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ABSTRACT 

Tissue engineering is an emerging area with an aim to create artificial tissues or 

organs by employing methods of biology, engineering and material science. In tissue 

engineering, scaffolds are three-dimensional (3D) structure made from biomaterials 

with highly interconnected pore networks or microstructure, and are used to provide 

the mechanical and biological cues to guide cell differentiation in order to form 

desired three-dimensional tissues or functional organs. Hence, tissue scaffold plays a 

critical role in tissue engineering. However, fabrication of such scaffolds has proven 

to be a challenge task. One important barrier is the inability to fabricate scaffolds with 

designed pore size and porosity to mimic the microstructure of native tissue. Another 

issue is the prediction of process-induced cell damage in the cell-involved scaffold 

fabrication processes. By addressing these key issues involved in the scaffold 

fabrication, this research work is aimed at developing methods and models to 

represent the dispensing-based solid free form scaffold fabrication process with and 

without the presence of living cells. 

The microstructure of scaffolds, featured by the pore size and porosity, has shown 

to significantly affect the biological and mechanical properties of formed tissues. As 

such, during fabrication process the ability to predict and determine scaffold pore size 

and porosity is of great importance. In the first part of this research, the flow 

behaviours of the scaffold materials were investigated and a model of the flow rate of 

material dispensed during the scaffold fabrication was developed. On this basis, the 

pore size and porosity of the scaffolds fabricated were represented by developing a 

mathematical model. Scaffold fabrication experiments using colloidal gels with 

different hydroxylapatite volume fractions were carried out and the results obtained 

agreed with those from model simulations, indicating the effectiveness of the models 
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developed. The availability of these models makes it possible to control the scaffold 

fabrication process rigorously, instead of relying upon a trial and error process as 

previously reported.      

In the scaffold fabrication process with the presence of living cells, cells are 

continuously subjected to mechanical forces. If the forces exceed certain level and/or 

the forces are applied beyond certain time periods, cell damage may result. In the 

second part of this research, a method to quantify the cell damage in the bio-dispensing 

process is developed. This method consists of two steps: one step is to establish cell 

damage models or laws to relate cell damage to the hydrostatic pressure / shear stress 

that is applied on cells; and the second step is to represent the process-induced forces 

that cells experience during the bio-dispensing process and then apply the established 

cell damage law to model the percent cell damage in the process. Based on the 

developed method, the cell damage percents in the scaffold fabrication processes that 

employ two types of dispensing needles, i.e., tapered and cylindrical needles, 

respectively, were investigated and compared. Also, the difference in cell damage 

under the high and low shear stress conditions was investigated, and a method was 

developed to establish the cell damage law directly from the bio-dispensing process. 

To validate the aforementioned methods and models, experiments of fabricating 

scaffolds incorporating Schwann cells or 3T3 fibroblasts were carried out and the 

percent cell damage were measured and compared with the simulation results. The 

validated models allow one to determine of the influence of process parameters, such 

as the air pressure applied to the process and the needle geometry, on cell damage and 

then optimize these values to preserve cell viability and/or achieve the desired cell 

distribution within the scaffolds. 
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CHAPTER 1 

INTRODUCTION AND OBJECTIVES 

1.1 Introduction 

Tissue engineering is an emerging field that combines engineering principles and 

the biological sciences toward the repair and replacement of damaged or diseased 

tissues or organs in the human body. The general strategy of tissue engineering is to 

incorporate autologous cells into a three-dimensional (3D) biomaterial scaffold that is 

designed to promote cell function and form new tissue. In these processes, engineered 

3D scaffolds provide a biological environment and mechanical support to guide cell 

differentiation and assembly into 3D tissues. Thus, tissue scaffolds play a vital role in 

tissue engineering and their fabrication is of fundamental importance.  

Various techniques have been explored for tissue scaffold fabrication. Among 

them, the dispensing-based method is a promising Rapid Prototyping (RP) technique 

that has drawn a great deal of attention, as it can overcome the shortcomings of 

conventional techniques by producing scaffolds with customized external shape and 

predefined internal morphology. A schematic of the method, and the scaffold 

produced by it is shown in Figure 1. This technique can not only achieve the designed 

pore size, porosity, and pore distribution of scaffolds but also build microstructures 

that enhance the mass transfer of oxygen and nutrients. However, since the 

biomaterials used in the fabrication process are paste-like gels, the strands of the 

scaffold, once dispensed, will deform and fuse into each other. As a result, the pore 

size and porosity of scaffolds obtained degrade from the designed ones. Therefore, 
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there is a great need to model and control the scaffold fabrication process for 

improved pore size and porosity control.   

 

 

 

 

 

 

 

                     

        (a)               (b) 

Figure 1 (a) schematic of dispensing-based scaffold fabrication and (b) scaffolds 

fabricated.  

   

P 

scaffold strand

To promote the cell attachment to the scaffold surface and tissue formation in the 

scaffolds, cells are often incorporated into, and extruded with the biomaterials to form 

cell-encapsulated tissue scaffolds. Since cells are subjected to mechanical forces 

during these processes, not all cells can survive the process. Investigation into the cell 

damage occurring in such a bio-fabrication process and development of models for 

the cell damage rate are of great importance to preserve the cell viability and 

optimally control the bio-fabrication process. 

1.2 Objectives 

The aim of this research work is to carry out a comprehensive study on the 

dispensing-based tissue scaffold fabrication process with and without the 

incorporation of living cells. In particular, two main objectives are set to achieve in 

this research.  
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The first objective is to develop models to represent the fabrication processes, 

including the flow rate of the gel dispensed and the pore size and porosity of the 

scaffolds fabricated.  

The second objective is to develop cell damage models to predict cell damage in 

different bio-dispensing processes, including the processes using a cylindrical needle 

or a tapered needle and the processes involving high shear stresses. 

1.3 Organization of the Dissertation 

This dissertation comprises of seven chapters. Besides this chapter, it includes five 

manuscripts, followed by the conclusions drawn from this research.  

Chapter 2 presents a literature review on the scaffold fabrication techniques and 

their advantages and disadvantages. The technical features of the dispensing-based RP 

method are highlighted and the issues involved in this technique are also discussed.   

Chapter 3 describes the modeling of dispensing-based tissue scaffold fabrication 

processes. In particular, it includes an improved model of the flow rate in the 

dispensing process by considering the slip between the biomaterial being dispensed 

and the needle wall. It also presents the development of a model for the pore size and 

porosity of the scaffolds fabricated.  

Chapter 4 deals with the cell damage in the cell-encapsulated dispensing process. 

Particularly, a cell damage law that relates cell damage to the force and force 

exposure time was established and then was applied to the bio-dispensing process 

employing a cylindrical needle to predict the cell damage percent in the process. Cell 

damage percents under different process control conditions were investigated and the 

models developed were validated by comparing the experimental and simulation 

results. 
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Chapter 5 presents a comparative study on the performance between the 

bio-dispensing process using cylindrical needles and the one using tapered needles. 

The flow rate and the cell damage percents are used for the performance comparison. 

The flow rates dispensed by means of the cylindrical and tapered needles, respectively, 

were modeled based on the identified non-Newtonian flow behaviours of the 

biomaterial; and the cell damage occurring in these two kinds of needles was 

represented based on the cell damage law established in Chapter 4.  

Chapter 6 presents the development of a cell damage law for the cells that 

experience high stresses in the bio-fabrication process. Due to the fact that the time 

when cell damage occurs greatly differs between high and low stresses, the cell 

damage law established in Chapter 4 may not work well when applied to 

bio-dispensing processes involving high stresses. This chapter presents the 

development of a method to establish the cell damage law directly from the 

bio-dispensing process.  

Chapter 7 presents the conclusions drawn from this research. This is followed by 

suggestions and recommendations for possible future work. 

1.4 Contributions of the Primary Investigator 

All papers are co-authored; however it is mutual understanding of the authors that 

Minggan Li, as the first author, is the primary investigator of the research work. The 

contributions of other authors are limited to an advisory and editorial capacity and 

they are acknowledged.  
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CHAPTER 2 

REVIEW OF DISPENSING-BASED RAPID PROTOTYPING 

TECHNIQUES IN TISSUE SCAFFOLD FABRICATION 

 

Published as:  

 Li, M.G., Tian, X.Y., and Chen, X.B. (2009) A brief review of 
dispensing-based rapid prototyping techniques in tissue scaffold fabrication: 
role of modeling on scaffold properties prediction. Biofabrication. 1(3): 
032001 

2.1 Introduction and Objectives 

This paper presents a brief review on the background of tissue engineering and the 

techniques developed for tissue scaffold fabrication. Particularly, the 

dispensing-based RP method was reviewed and evaluated; and the flow rate of 

dispensing, pore size and porosity of scaffolds fabricated and cell damage in the 

cell-encapsulated dispensing processes were discussed. This is a critical step in 

understanding the current challenges in dispensing-based RP techniques and 

establishing the objectives of this research work. 
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2.2 Justification of the Research 

Dispensing-based rapid prototyping is a promising technique for tissue scaffold 

fabrication and has been widely used in the literature. But in despite of its various 

advantages, the control of fabrication process is proven to be a challenging task.  

In the literature, the pore sizes and porosities of the fabricated scaffolds differed 

from the designed ones and this normally was neglected due to the difficulties in 

controlling the pore size and porosity. The determination of the actual pore size and 

porosity in the practice relied on trial-and-error method, which was not only costly but 

also time consuming. One of the objectives of this dissertation is to develop models to 

represent the fabrication process. By doing so, the process control can be greatly 

improved. Most importantly, based on the developed models, one can determine the 

operating conditions to achieve designed pore sizes and porosities. 

Predicting cell damage in the cell involved fabrication process was also missing in 

the literature. Although some results were obtained from experiments and reported in 

the literature, the process conditions, including dispensing methods, air pressure, 

needle type and needle geometrical parameters, differ greatly. Thus the results 

obtained in one experiment may be not valid to another. To address this issue, a cell 

damage law, which relates cell damage to its cause, mechanical stress, is desired. By 

analyzing the stress distribution in the fabrication process and applying this cell 

damage law to it, one can predict cell damage percent in different fabrication 

processes with various process conditions. Based upon these issues, the second 

objective of this dissertation is set to develop mechanical stress induced cell damage 

law and apply it to different bio-dispensing fabrication processes to predict cell 

damage percents in them.  
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Abstract

Artificial scaffolds play vital roles in tissue engineering as they provide a supportive
environment for cell attachment, proliferation and differentiation during tissue formation.
Fabrication of tissue scaffolds is thus of fundamental importance for tissue engineering. Of the
variety of scaffold fabrication techniques available, rapid prototyping (RP) methods have
attracted a great deal of attention in recent years. This method can improve conventional
scaffold fabrication by controlling scaffold microstructure, incorporating cells into scaffolds
and regulating cell distribution. All of these contribute towards the ultimate goal of tissue
engineering: functional tissues or organs. Dispensing is typically used in different RP
techniques to implement the layer-by-layer fabrication process. This article reviews RP
methods in tissue scaffold fabrication, with emphasis on dispensing-based techniques, and
analyzes the effects of different process factors on fabrication performance, including flow
rate, pore size and porosity, and mechanical cell damage that can occur in the
bio-manufacturing process.

(Some figures in this article are in colour only in the electronic version)

1. Introduction

Tissue engineering has advanced to meet the tremendous need
for the repair or replacement of damaged tissues and organs, by
applying the principles of biology and engineering to develop
artificial tissue substitutes [1–4]. Scaffolds are used to mimic
the extracellular matrix by providing nutrients, oxygen and
growth factors, encouraging cell proliferation and supporting
the tissue in its 3D structure [5]. Tissue scaffolds play a vital
role in tissue engineering, and advancing techniques for their
fabrication are of fundamental importance.

A variety of scaffold fabrication techniques have been
explored and can be classified into two categories—
conventional techniques and rapid prototyping (RP)
methods—based on the channeling micro-architectures they
create [6]. Conventional techniques include solvent casting
and particulate leaching [7], solution casting [8], freeze drying
[9–11], phase separation [12], gas forming [13], melt molding
[14], fiber bonding [15] and electrospinning [16, 17]. These
techniques are summarized and analyzed in other reviews
[6, 18, 19]. Conventional scaffold fabrication techniques

1758-5082/09/032001+10$30.00 1 © 2009 IOP Publishing Ltd Printed in the UK

http://dx.doi.org/10.1088/1758-5082/1/3/032001
mailto:mil715@mail.usask.ca
http://stacks.iop.org/BF/1/032001
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Computer design Layer-by-layer deposition

Process control

Figure 1. Schematic of RP fabrication of tissue scaffolds.

lack precise control over pore size, pore interconnectivity,
porosity and spatial distribution of pores within the scaffold.
These techniques are also incapable of incorporating cells and
proteins in the fabrication process because they are normally
implemented under harsh conditions such as high temperature
or in the presence of organic solvents.

To overcome these disadvantages, RP techniques have
been introduced for the fabrication of tissue scaffolds.
Customized three-dimensional (3D) scaffold models can be
designed using computer-aided design (CAD) technology; the
models are then used to drive an RP machine to deposit
biomaterial/cells in a layer-by-layer fashion (figure 1). As
RP techniques are able to fabricate scaffolds with designed
microstructure and allow for the incorporation of living cells
and protein/growth factors in the fabrication process, they are
currently widely employed in tissue engineering.

Although a range of techniques exist, dispensing
processes are often employed in RP techniques to deposit
minute amounts of material at designated positions to form
the required 3D structure. To accurately deposit a designated
volume of material at each position, the flow rate and speed
of the dispensing head must be carefully controlled or the
material will stack or break. In direct writing techniques,
dispensed materials are piled up directly layer-by-layer to form
3D scaffolds. Upon deposition, the dispensed strands may
deform to some extent due to the viscoelasticity of the polymer
material, causing deviations in the scaffold pore size and
porosity. Thus, understanding both the mechanical properties
of the scaffold material and the effect of process parameters on
pore size and porosity are important. In recent years, cells have
been incorporated into scaffold construction materials and
dispensed to form scaffold-based cell-seeded implants that
mimic the microstructure of native tissues. During
the dispensing process, cells are subjected to continuous
mechanical force, which may cause cell damage and a failure
to achieve the desired cell number and cell distribution in the
scaffold.

This article reviews RP techniques in tissue engineering,
with special focus on dispensing-based techniques, and
analyzes both the effects of different process factors on
fabrication performance, including flow rate, pore size and

porosity, and mechanical cell damage in the fabrication
process.

2. Dispensing-based rapid prototyping techniques in
tissue engineering

To address the limitations of conventional scaffold fabrication
techniques, RP principles have been employed to fabricate
complex scaffolds with customized external shape and
reproducible internal microstructure. These techniques can
enable the fabrication of vascular networks in the scaffolds,
thereby facilitating the transfer of nutrients to the scaffolds
and improving the survival of larger tissue constructs after
implantation. To date, various RP techniques have been
successfully applied in tissue engineering (table 1) and have
been well reviewed elsewhere [6, 18, 20–26]. In these
techniques, a number of mechanical means have been used to
deliver scaffold materials. Roller extruders have been used to
deliver semi-molten polymer fiber [27]. Because the polymer
fiber is not in a liquid phase, this method does not require a
nozzle at the material exit to regulate fiber shape. Two rollers
drive the fiber forward, and thus material clogging may be
avoided. Vacuum pump [28] and pipette [29] methods have
been used to transfer massive material where the accuracy of
volume control is not necessarily required. A jetting method
[30] was inspired by printer technologies, and most equipment
used in tissue engineering applications to date has been adapted
from commercial printers. This method utilizes thermal
bubble or piezoelectric ceramics to drive small amounts of
fluid material out of a needle, forming small fluid droplets.
This method has been successfully used to create 3D scaffolds
and print living cells [31]. Powder rolling has been utilized
to supply solid particles by resurfacing the work layer [32].
Overall, dispensing is the most widely used method in tissue
scaffold fabrication for material delivery due to its ability to
adapt to different material states from thin liquid to thick paste.
Unlike vacuum pump, pipette or powder rolling techniques,
which are easy to control, or roller extrusion or jetting, which
are normally adapted from commercial machines, dispensing
devices in tissue engineering are usually developed in-house
by researchers.

2
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Table 1. RP techniques for tissue engineering.

Technology Mechanism of 3D formation Material delivery Material state References

Non-dispensing-based approaches
Fused deposition modeling Cool to solidify Roller extruder Semi-molten [27, 33, 34]
Micromolding Solvent evaporation Vacuum pump Liquid [28]
Stereolithography Crosslink Pipette Liquid [29, 35]
Ink-jetting Crosslink Jetting Liquid [30, 31, 36]
Selective laser sintering Material fuse Powder rolling Solid [32]

Dispensing-based approaches
Precision extrusion manufacturing Cool to solidify TPa Semi-molten [37]
Microsyringe deposition Solvent evaporation TP Liquid [28, 38]
3D plotting Moisture cure TP Liquid [39]
Robotic dispensing Crosslink TP Liquid or paste [40]
3D-printingTM Crosslink, high yield stress TP Liquid, paste [41–44]
Cell assembly Crosslink TP Liquid [45–49]
Photopatterning Crosslink TP Liquid [50]
Direct writing Crosslink TP & PD Liquid [51]
Bioassembly Crosslink TP or PD Liquid [52–54]
Multi-nozzle deposition manufacturing Lower temp. frozen TP & RS Liquid [55]
Precision extrusion Cool to solidify RS Semi-molten [56, 57]
Low-temperature deposition manufacturing Lower temp. frozen RS Slurry [58]
Robocasting High yield stress PD Colloid [59]
3D fiber deposition Cool to solidify PD Semi-molten [33]

a Abbreviations for dispensing approaches: TP, time pressure; PD, positive displacement; RS, rotary screw.

Screw Piston

Pressurized Air

Material

Syringe

Needle

(a) (b) (c)

Board

Figure 2. Schematic of fluid dispensing approaches, (a) time
pressure, (b) rotary screw, and (c) positive displacement.

Three kinds of dispensing approaches are generally
employed: time pressure, positive displacement and rotary
screw (figure 2). Time-pressure dispensing utilizes pressurized
air to drive fluid out of the needle. The amount of fluid
dispensed is controlled by regulating the magnitude and
duration of pressurized air. Rotary-screw dispensing utilizes
the rotation of a motor-driven screw to move fluid down a
syringe and then out of a needle. A large pressure can be
produced in the fluid at the syringe bottom due to the spiral
screw configuration. In positive-displacement dispensing,
fluid in the syringe is driven by the linear movement of a
piston to force fluid out of the needle.

Time-pressure approaches are flexible for adapting to
multiple application situations and are simple to operate
systems with easy maintenance. Due to these benefits, the
time-pressure approach is a popular dispensing method in
tissue engineering and has been used to dispense different
states of material including pure liquids [28], pastes [43] and
semi-molten polymers [37] (table 1). The main disadvantage
of this method is that fluid viscosity and air compressibility in
the syringe significantly affect the amount of fluid dispensed
[60]. Furthermore, due to the limitation of supplied air

pressure, the dispensing nozzle may become blocked by
the particles in paste materials if the nozzle diameter to
particle size ratio is too small [61]. Compared to the time-
pressure approach, rotary-screw methods provide a major
improvement in control over small volume fluid dispensing.
In this approach, minute amounts of fluid can be dispensed
by accurate control of the screw rotation. However, the
complex configuration of the mechanism reduces its popularity
for scaffold fabrication applications. Positive displacement
provides a distinct advantage in that the volume of fluid
dispensed is only dependent on the mechanical movement of
the piston. However, while this advantage is present under
conditions of continuous piston movement, the advantage is
lost when dispensing very small amounts of material due to
the effects of fluid compressibility as well as the inertia of both
the piston and the mechanism used to drive the piston [62].

Dispensing approaches are selected depending upon the
desired application. Time pressure is a simple approach that
can theoretically dispense different kinds of material from
liquid to paste. However, due to limitations with the supplied
air pressure, extruding material with a very fine nozzle is
difficult; rotary-screw or positive-displacement methods are
better options for very thick material applications.

3. Flow rate control for dispensing-based scaffold
fabrication

In dispensing-based scaffold fabrication processes, the speed
of the dispensing head must be carefully selected to produce
continuous strands without material stacking or strand
breakage. Assuming that the diameter of the strands formed
is equal to the internal diameter of the needle by ignoring
material swelling, the speed (V) of the dispensing head can be
determined by [63]

V = 4Q

πD2
(1)

3
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where Q is the volumetric flow rate and D is the diameter of the
strands. The appropriate dispensing head speed is dependent
on or determined by the flow rate in the dispensing process.

Many parameters in the dispensing process affect the
flow rate. Operational parameters, such as air pressure
applied for time pressure, screw angular speed for rotary
screw and piston linear speed for positive displacement,
directly contribute to the driving force. The viscous
resistance produced by the scaffold construction materials
impedes the fluid flow. In tissue engineering, the scaffold
materials employed are normally polymers, which possess
non-Newtonian fluid behavior, and the resistance force
produced by these fluids cannot be simply obtained from a
linear relationship. Instead, the resistance depends upon their
non-Newtonian flow behavior, which is usually expressed by
the generalized power-law equation [63]:

τ = τ0 + Kγ̇ n (2)

where τ is the shear stress, τ 0 the yield stress at which the fluid
yields and starts to flow, γ̇ is the shear rate, and K and n are
the consistency index and flow behavior index, respectively,
which are constants for a given fluid.

The geometries of different dispensing setups, such as the
needle diameter and length, act as the boundaries of the fluid
flow and thus affect the flow rate. Generally, the flow rate (Q)
in the dispensing process is a function of operational
parameters (Op), flow behaviors (Fb) and geometry parameters
(Gp), i.e.

Q = f (Op, Fb, Gp). (3)

Numerous efforts to find the flow rate function, f ,
have been reported in the literature for different dispensing
approaches. For time-pressure dispensing approaches, the
flow rates in most reported studies were determined by trial and
error [40, 42, 56]. An improvement to this approach came with
the application of the Hagen–Poiseuille law to the development
of models of the flow rate in the scaffold fabrication process
[38, 64], under the assumption of a fully developed laminar
Newtonian flow in the needle. According to these models,
the flow rate can be related to operational parameters, fluid
viscosity and geometry parameters as follows:

Q = πd4�P

128ηL
(4)

where d and L are the nozzle diameter and length, respectively,
η is the viscosity of the material and �P is the pressure drop
applied in the dispensing needle.

The limitation of this model is the assumption of
Newtonian flow in the dispensing nozzle, as most scaffold
materials are high-molecular-weight polymers that behave in
a non-Newtonian fashion. Non-Newtonian fluid behaviors
of polymer solutions and colloid gels were investigated in
[65, 66]. In these studies, the non-Newtonian fluid behaviors
of the material were examined and expressed in the form of
equation (1), and then flow rate models to reflect the non-
Newtonian properties of the material were developed. For
non-Newtonian polymer solutions, the flow rate is governed
by [65]

Q =
( n

3n + 1

)
πγ

n−1
n

0

(
�P

2η0

)1/n

R
3n+1

n (5)
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Figure 3. Flow rate model with and without consideration of wall
slip. The discrepancy between these two models suggests that wall
slip significantly affects the flow rate [68]. The material used in this
study is a mixture of 45% of hydroxylapatite in 3% of chitosan
solution.

where η0 is the limited viscosity at low shear rates and the
constant γ 0 is the corresponding shear rate.

In scaffold fabrication processes, nozzle diameters are
normally very small. As a result, the effect of the surface
tension of the material being dispensed becomes significant
and affects the dispensing process. By taking into account the
surface tension, the pressure difference between the inside and
the outside of the material is given by

Ps = 2σ

D
(6)

where σ is the surface tension of the material and D is the
diameter of the dispensing nozzle. For example, the surface
tension of water is 0.071 N m−1 at room temperature, and
the pressure difference across the water interface at the nozzle
exit comes out to be 2840 Pa if water is dispensed by means
of a nozzle with a diameter of 0.1 mm. Recognizing this
significance, such an effect was considered in the model
development of the flow rate, as reported in [67].

In some direct writing RP techniques, colloidal gels,
which are mixtures of fine particles and high-molecular-weight
polymers, are dispensed to fabricate scaffolds. To describe the
flow of colloidal gel in the dispensing needle, the slip between
the shear flow and the needle wall should be considered due to
the interactions of the solid fine particles and high-molecular-
weight polymer solution [68]. This wall slip significantly
influences the flow rate during dispensing, and a model to
include this effect was developed to better predict the flow rate
for scaffold fabrication [63] (figure 3). Furthermore, fluid flow
behaviors change with temperature; this effect must be taken
into account as it can greatly affect the flow rate [69] or strand
width and height [70] during dispensing.

A flow rate model has also been developed for the rotary-
screw approach [71]. In addition to the angular speed of the
screw, increasing air pressure in the material reservoir can also

4

mil715
Text Box
10



Biofabrication 1 (2009) 032001 Topical Review

increase the flow rate. In positive-displacement dispensing
processes, the steady-state flow is solely dependent upon the
speed of the moving piston. However, for dispensing very
small amounts of fluid material, the fluid compressibility and
the inertia of the driving mechanism can cause a dynamic or
variable flow rate [62].

In summary, these models provide technical means to
predict the flow rate of the material dispensed, thereby
avoiding the trial and error processes for scaffold fabrication.
Depending on applications, the assumptions made are critical
for modeling the flow rate in the dispensing-based scaffold
fabrication. Given that most of scaffold materials used in RP
tissue engineering are high-molecular-weight polymers, the
non-Newtonian behaviors of the material must be recognized
to develop accurate flow rate models. If solid particles are
involved in the dispensing process, the influence of wall slip
must also need to be considered.

4. Pore size and porosity modeling in paste direct
writing fabrication

Paste direct writing fabrication is a promising technique for
tissue scaffold fabrication because it does not involve a high-
temperature process [55, 72] or need organic solvents and local
radiation [61, 73]. These conditions meet the requirements
for the manipulation of living cells and biomolecules (e.g.
growth factors) for fabricating 3D tissue constructs [22].
Due to the viscoelasticity of the pastes, the strands of the
scaffold once dispensed will deform and fuse together. As
a result, the actual pore size and porosity of the scaffolds
decrease from those designed. For example, pore sizes in
the vertical direction can decrease up to 50% compared to
design values [72]. This discrepancy is often neglected in the
literature due to the difficulty in predicting the actual pore size.
However, pore size and porosity can significantly influence
the mechanical properties of the scaffolds, which may
greatly degrade the scaffold performance as applied in tissue
engineering [18].

4.1. Influence of pore size and porosity on scaffold
mechanical properties

Mechanical properties of a tissue scaffold are typically
characterized by the stress–strain relationship under a
mechanical load on the scaffold. The requirement for tissue
scaffolds is that they should not only support cell growth
and tissue formation in vitro, but also maintain the load from
peripheral tissues after implantation in vivo, without showing
symptoms of fatigue and failure. To design tissue scaffolds
with desired mechanical properties for a specific application,
mathematical models are often used to estimate the mechanical
properties based on the microstructure of scaffolds, including
pore size and porosity [21, 74].

A finite element method (FEM) has been widely employed
to predict the mechanical properties [74–76]. In this method,
the periodical unit cell (or representative volume element) is
meshed and analyzed, and one surface of the unit cell is held
stationary while the opposite surface experiences mechanical

forces. Based on the information of known stresses through
the applied forces, the surface area, and unit cell deformation
as well, the effective stiffness [C]eff of the unit cell can be
obtained [74]:

[C]eff = 1

|VRVE|
∫

VRVE

[C][M] dVRVE (7)

where VRVE is the volume of representative volume element,
[C] is the material stiffness and [M] is the local structure
matrix. Pore size changes lead to the variation of the local
structure matrix, and thus the mechanical property of the
scaffolds, as seen from the above equation. For a given volume
of a unit cell, the increase in porosity means the decrease
in the amount of material, thereby reducing the stiffness of
the scaffold. In the aforementioned studies, the mechanical
properties of the scaffold materials are assumed to be linear
elastic. However, this is not true since most of the scaffold
materials are high-molecular-weight polymers, which often
posses nonlinear mechanical properties. For improvement,
the nonlinear constitutive material models were used in [77] to
better predict the mechanical properties of cell-seeded alginate
scaffolds.

The above models can be used to well represent the
mechanical properties of tissue scaffolds upon the fabrication
of the scaffolds. However, with scaffold degradation as well
as cell growth on the scaffold, the mechanical properties vary
with time, exhibiting their time dependence, and the model
developed for the initial stage of scaffolds may no longer be
valid after a certain time period. To address this problem,
methods based on the concept of model updating seem to
be promising. Model updating is a method to improve the
accuracy of a model by updating model parameters that are
considered to be less accurately known. In the method reported
in [78, 79], model updating was adopted and used to update
the parameters of the model for the mechanical properties
in order to account for the influence of cell growth and
scaffold degradation. In particular, this method involves (1)
developing a finite element model for the effective mechanical
properties of the scaffold by employing numerical techniques;
(2) parameterizing the finite element model by selecting
parameters associated with the scaffold microstructure and
material properties, both varying with cell growth and scaffold
degradation; and (3) identifying the selected parameters as
functions of time based on measurements from compressive
tests on the scaffolds. Thus, the finite element model
developed with the so-identified time-variable parameters
allows for the prediction of the mechanical properties of
tissue scaffolds. The ability to predict the time-dependent
mechanical properties of tissue scaffold would represent a
major advance in tissue engineering, as it would allow one
to design/determine the scaffold microstructure with the
mechanical properties appropriate for a given application.

4.2. Modeling of pore size and porosity of scaffolds

The pore size and porosity of a scaffold affect not only its
mechanical properties but also its biological properties. For
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Figure 4. Schematic of the internal structure of tissue scaffolds
made from RP techniques. hz is the vertical pore size and hxy is the
horizontal pore size.

example, rates of both tissue growth and extracellular matrices
deposition increase with the porosity [80], and cells may not
grow in scaffolds or matrices where the pore sizes are too
small [81] as the pore size can affect cell formation and cell
attachment [15]. Moreover, porosity down to a certain range
may lead to poor scaffold mechanical properties [74]. Thus,
fabricating a scaffold with desired pore size and porosity is
of extreme importance in tissue engineering but remains a
challenge.

In most published studies, the fabricated pore size has
been assumed to be equal to the designed pore size. While this
may be reasonable in the horizontal direction, the pore size
in the vertical direction will be significantly reduced due to
fusion of two contacting strands (figure 4). To better predict
the pore size in the vertical direction, a mathematical model
has recently been developed in which the vertical pore size was
derived from the depth that two strands fused into each other
based on the mechanical properties of the scaffold material
[63].

Li et al [63] reported that the elasticity limit stress of the
paste was found to play an important role in the deformation
of the dispensed strands, and the depth of two strands fused
together was derived to calculate the vertical pore size. The
authors also suggest that the material should be sufficiently
stiff to support the strands in the gaps and avoid collapse of
the scaffold structure.

Several porosity models use designed geometry based
on a unit cell of the scaffold [64, 65]. As the strands fuse
together once dispensed, resulting in compression of the void
space in the scaffold, and the resulting porosity is smaller than
the model prediction. This was taken into consideration in
the porosity model developed in [63] to predict the vertical
pore size. As both the void volume and the apparent volume of
the scaffolds were derived from the squeezed vertical pore size,
this model can more accurately represent the actual porosity
of fabricated scaffolds.

In paste direct writing fabrication, the mechanical
properties of the dispensed material greatly affect pore size and
porosity: the stiffer the paste, the more likely the scaffold keeps
its 3D structure. Elasticity limit stress is a good measure of the
stiffness of paste-like materials used in scaffold fabrication;
pore size and porosity can also be predicted based on this
physical property.

Figure 5. Schematic representation of stresses on cells in
dispensing-based bio-manufacturing processes.

5. Mechanical cell damage in dispensing-based
bio-manufacturing processes

5.1. Cell damage in current applications

In recent years, cell-seeded implants have been developed
based on the scaffolds that both mimic the microstructure
of native tissues and incorporate biomolecules. Different
mechanical manipulation techniques have been employed in
their construction, including bio-dispensing cell deposition
[39, 52, 82], inkjet-based cell printing [30, 83–85] and
photo- and electro-patterning [86, 87]. Among them,
dispensing-based bio-manufacturing is a promising technique
due to its capacity for fast and efficient material processing.
In dispensing-based bio-manufacturing processes, cells are
encapsulated in a biocompatible material and then extruded
and delivered to designated targets in a controllable manner.

During dispensing-based bio-manufacturing, cells are
subjected to the pressure (P) in the reservoir and the shear
stress (τ ) in the nozzle (figure 5). Within a physiological
range, these forces elicit both acute and chronic adaptive
responses. If the stresses exceed certain thresholds and/or
the stresses are applied beyond a certain time period, the cell
membrane may succumb to the force, resulting in cell damage
[88]. In dispensing-based bio-manufacturing, the pressures
and the shear stresses are functions of process parameters: the
pressure applied in the syringe, the needle length and the needle
diameter. It is reported in the study [89] that pressures lower
than 5 MPa do not affect cell viability. Thus, the cell damage
during dispensing is mainly attributed to the shear stresses in
the nozzle. Cell damage increases with applied pressure; larger
needle diameters reduce cell damage [90]. Thus, cell damage
varies in different applications and is a function of process and
geometrical parameters [90]. Figure 6, for example, shows the
results adapted from the experimental study, reported in [84],
on the cell damage by applying different air pressures and using
different sizes of the nozzle diameter. The variations of cell
damage were also observed in other studies. Cell damage has
been reported during the various dispensing processes at 40%
for fibroblasts [53], 2% for hepatocytes [47], 15.7–31.4% of
the control value in HepG2 cells [82] and 6% for chondrocytes
[52]. Although the cell damage during the fabrication can
be measured and investigated experimentally, a systematic
method or model to relate cell damage to the bio-dispensing
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Figure 6. Cell damage as a function of (a) air pressure and (b) nozzle diameter (adapted from [84]).

process parameters has not yet been developed. Such a model
is essential for reproducible control over the distribution of
cells within the cell-seeded scaffolds.

5.2. Cell damage prediction strategy

To develop a model to predict cell damage during the
dispensing process, a relationship is needed to correlate the
cell damage with mechanical force and exposure time. This
can be obtained through experiments applying different stress
levels with varying time courses and recording cell damage at
each condition. A power-law function can be used to describe
the cell damage (I) under different shear conditions and can be
expressed as [91]

I (%) = Ctaτ b (8)

where τ is the shear stress applied to the cells for exposure time
t, and C, a and b are constants that can be obtained through
regression.

Establishing such a relationship between the cell damage
and the mechanical, referred as the cell damage law in the
literature, is crucial for cell damage prediction as the shear
stresses in the radial direction in the dispensing nozzle are not
uniform and their exposure times vary due to the nonlinear
fluid velocity distribution in the nozzle. Through stress and
velocity derivation, the shear stress and time for cells to travel
through the nozzle can be obtained. The stresses and exposure
time can then be applied to the cell damage law to predict the
cell damage in the dispensing process.

Further development and application of this cell damage
law are very important for the prediction of cell damage
that occurs during different bio-dispensing processes. It will
not only increase our understanding of mechanical force-
induced cell damage but also allow for the estimation of cell
damage under complex stress conditions. Most importantly, its
incorporation into a cell damage model for the bio-dispensing
process will help minimize cell damage in the process and
control cell distribution in scaffolds.

6. Conclusions and future perspectives

RP techniques are very promising for tissue engineering
applications as they allow for the fabrication of tissue scaffolds
with defined external shape and internal architecture as well
as construction of cell-seeded implants with desired cell and
nutrient distributions. Dispensing is widely used in different
RP techniques to deliver minute volumes of material with
precise placement. Three RP dispensing approaches are
routinely used for scaffold construction in tissue engineering;
the limitations of each method determine which is appropriate
for a given application. Development of a simple and robust
dispensing device that could handle a large range in viscosity
of construction materials without complex maintenance would
extend the possible applications of dispensing in tissue
engineering.

Flow rate models for different dispensing approaches have
been developed and successfully applied in tissue scaffold
fabrication processes. To improve the reported flow rate
models, the influence of temperature on the flow behavior
of scaffold construction materials should be investigated to
inform applications under different temperatures. In addition,
the particle-like phase formed when cells are incorporated into
scaffold fabrication may change the fluid flow in the nozzle
and affect the flow rate model.

Methods to predict pore size and porosity are not fully
developed due to the complex fabrication process and the
microstructure of scaffolds. Development of online control
of flow rate and pore size/porosity in the future will advance
scaffold fabrication applications. The ability to predict cell
damage during dispensing-based bio-manufacturing would
allow for the optimization of process parameters to minimize
cell damage and precisely control cell distribution in tissue
constructs.
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CHAPTER 3 

MODELING OF FLOW RATE, PORE SIZE AND POROSITY FOR 

THE DISPENSING-BASED TISSUE SCAFFOLDS FABRICATION 

 

Published as:  

 Li, M.G., Tian, X.Y., and Chen, X.B. (2009) Modeling of flow rate, pore size 
and porosity for the dispensing-based tissue scaffolds fabrication. ASME 
Journal of Manufacturing Science and Engineering, 131: 034501 

3.1 Introduction and Objectives 

Porous solid scaffolds provide mechanical support and chemical cue for cell 

proliferation and tissue regeneration and have been widely used in tissue engineering. 

In this chapter, dispensing-based rapid prototyping technique was used to fabricate 

such scaffolds using the mixture of polymer solution and fine particles. 

Since the biomaterial used is a mixture of fine particles and high molecular weight 

polymers, wall slip between the biomaterial and the needle wall exists, which is 

unfortunately ignored in the models reported in the literature. One of the objectives of 

this paper is to develop an improved model by considering the wall slip; and the other 

one is to develop models to represent the pore size and porosity of the scaffolds 

fabricated. 

  17



3.2 Methods 

For the flow rate model improvement, the rheological behaviour of the 

biomaterials were characterized by using a cone-and-plate rheometer, and these 

behaviours were then applied to a wall slip model to represent the slip speed. The total 

flow rate is the summation of the flow rate due to slip and the flow rate due to shear. 

To develop models for the pore size and porosity, the yield stresses and elasticity limit 

stresses of the biomaterials were characterized by using the same rheometer and then 

the pore size at the contact field was expressed based on the material’s obtained 

mechanical properties and the geometry of the contact field. The porosity model was 

then developed based on the pore size model. 

3.3 Results 

The results show that the flow rate model with the consideration of wall slip is 

more accurate than the ones reported in the literature. Also, the effectiveness of the 

pore size and porosity models was demonstrated by experiments. 

3.4 Contributions 

The contribution of this paper rests on the improvement of the flow rate model 

and the development of models to predict the pore size and porosity of scaffolds 

fabricated from dispensing-based RP techniques. With these models, it becomes 

possible to rationally determine the process parameters in order to achieve scaffolds 

with predefined microstructures, instead of using a trial and error process. 
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ispensing technique is one of the promising solid freeform (SFF)
ethods to fabricate scaffolds with controllable pore sizes and
orosities. In this paper, a model to represent the dispensing-
ased SFF fabrication process is developed. Specifically, the me-
hanical properties of the scaffold material and its influence on
he fabrication process are examined; the flow rate of the scaffold
aterial dispensed and the pore size and porosity of the scaffold

abricated in the process are represented. In order to generate
caffold strands without either tensile or compressive stress, the
ptimal moving speed of the dispensing head is determined from
he flow rate of the scaffold material dispensed. Experiments were
lso carried out to illustrate the effectiveness of the model
eveloped. �DOI: 10.1115/1.3123331�

eywords: tissue scaffolds, SFF technique, flow rate, pore size

Introduction
Tissue engineering is an emerging and exciting area with one

oal of creating artificial tissues and organs to repair or replace the
amaged tissues or organs in the human body. In tissue engineer-
ng, porous engineered scaffolds provide the physical and chemi-
al cues to guide cell differentiation and assembly into three-
imensional �3D� tissues �1�. Solid freeform �SFF� technique has
ecently drawn much attention in scaffold fabrication as it can
vercome the shortages of conventional techniques �2� by produc-
ng scaffolds with customized external shape and predefined inter-
al morphology. This technique can not only control pore size,
orosity and pore distribution of scaffolds but also build structures
o increase the mass transfer of oxygen and nutrients.

Currently, a variety of SFF techniques have been employed in
caffold fabrication. Among them, dispensing-based SFF tech-
ique �or direct writing technique� is a promising one because it
oes not involve a high temperature process �3� nor does it need
rganic solvents and local radiation �4,5�. In our previous work
6�, we have demonstrated the effectiveness of the dispensing-
ased SFF process by fabricating scaffolds with well-controlled
nternal structures. The schematic of a typical scaffold created by
mploying this technique is shown in Fig. 1. To generate continu-
us and uniform strands, the moving speed of the needle should
e chosen carefully so as to not produce either tensile or compres-
ive stress in the strands. Since moving speed is dependent on the
ow rate, the representation of the flow rate in the fabrication
rocess is of great importance. In the literature, several models for

Contributed by the Manufacturing Engineering Division of ASME for publication
n the JOURNAL OF MANUFACTURING SCIENCE AND ENGINEERING. Manuscript received
uly 13, 2008; final manuscript received February 24, 2009; published online April

0, 2009. Review conducted by Wei Li.
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Copyright © 20
the flow rate in tissue scaffolds fabrication process were devel-
oped �6,7� under the assumption that there is no slip between the
material being dispensed and the needle wall. However, with the
addition of particles to the solution, the slip becomes having a
significant influence on the flow rate. As a result, such an influ-
ence must be taken into account.

It is also noted that, since colloidal gel is a pastelike material,
the strands of the scaffold, once dispensed, will deform and fuse
into each other. As a result, the actual pore size and porosity of
scaffolds degrade from those designed �8�. Unfortunately, this is
often neglected in literature due to the difficulty in estimating the
actual pore size. However, research in tissue engineering shows
that scaffold pore size and porosity can have a significant influ-
ence on both its biological �9� and mechanical �10� properties.
Hence fabricating a scaffold with the desired pore size and poros-
ity are of great importance in tissue engineering.

In this paper, the development of a model for the flow rate in
the scaffold fabrication is presented by taking into account the
influence of the slip between the material and the needle wall.
Also, a model to predict the pore size and porosity based on the
mechanical properties of the scaffold material is developed. Ex-
periments were carried out to verify the effectiveness of these
models.

2 Mechanical Properties of Scaffold Materials
The scaffold material in a form of colloidal gel is a mixture of

fine particles and high molecular weight polymers. The colloidal
gel possesses both solid and fluid properties, i.e., flowing like a
fluid under the action of stress and remaining at rest like a solid if
the stress is small. The flow behavior of a colloid can be described
by the Hershel–Bulkley model as follows:

� = �y + K�̇n �1�

where � is the shear stress, �̇ represents the shear rate, �y is the
yield stress, n is the behavior index �dimensionless�, and K is the
consistency index with a unit of Pa sn. If the applied stress is less
than �y, there is no flow occurring and the colloid acts like a solid.

In the solid regime, the colloid can be represented by the
Kelvin–Voigt model in simple shear given by

� = G� + ��̇ �2�

where G is the shear modulus and � represents the viscosity. The
solution to Eq. �2� is given by �= �� /G��1−exp�−Gt /���, which is
a nonlinear function of time, indicating that the process of creep is
time-dependent. For a very slight motion, the solution can be lin-
earized, yielding that the corresponding force is proportional to
the displacement. This linear relationship is illustrated in Fig. 2 in
a range from zero to the elasticity limit ��e�. Also shown in the
figure is the yield stress, by which the material yields and starts to
flow.

3 Modeling of Dispensing-Based Scaffold Fabrication
Process

3.1 Flow Rate of the Scaffold Material Dispensed. The
schematic of a typical dispenser used in the scaffold fabrication
process is shown in Fig. 3. It employs pressurized air to drive the
colloidal gel stored in the syringe out of the needle. P is the
pressure applied to the syringe; Pe is the pressure in the colloidal
gel at the exit of the needle; and D and L are the internal diameter
and the length of the needle, respectively. Given that the diameter
of the syringe is much larger than that of the needle, the friction
loss of the fluid flow in the syringe can be ignored. Thus, the
pressure drop applied to the material in the needle is �P= P− Pe.

For the colloidal gel flow in the circular needle, the slip be-
tween the flow and the needle wall occurs due to the interactions
of the solid particles and high molecular weight polymer solution
�11�. By taking into account the slip, the flow rate of the colloidal

gel in the needle Q is �11�
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Q = Qshear + Qslip �3�

here Qshear is the flow rate of the shear flow and Qslip is the flow
ate due to the slip. For the gel whose flow behavior is described
y Eq. �1�, the shear flow rate is given by �12�

Qshear = �R3� �w

K1
�s1� As1+3

s1 + 3
+ 2� �y

�w
� As1+2

s1 + 2
+ � �y

�w
�2 As1+1

s1 + 1
�

�4�

here R is the internal radius of the needle, �w= ��P /L��R /2� is
he shear stress at the needle wall, A= ��w−�y� /�w, and s1=1 /n1.

1 and n1 are the consistency index and behavior index of the
olloidal gel, respectively. The flow rate due to the slip is �13�

Fig. 1 Schematic of scaffolds made
internal structure

Fig. 2 Typical curve of strain versus stress
Fig. 3 Schematic of dispenser

34501-2 / Vol. 131, JUNE 2009
Qslip = Us�R2 �5�

where Us is the slip velocity and is determined by

Us =
R

K2
s2�1 + s2�

�1 − �1 −
�

R
�1+s2��w

s2 �6�

where s2=1 /n2, n2 is the behavior index of the polymer solution,
K2 is the consistency index of the solution, and � is the thickness
of the slip layer. In this paper, the thickness is taken a value of
0.06 times the mean particle size, based on the suggestions given
in Ref. �12�. The mean particle size in our experiments is 30 �m
and then the thickness of the slip layer is 1.8 �m. Thus, the
needle moving speed of the dispensing head V can be obtained as
follows:

V =
4Q

�D2 �7�

3.2 Pore Size and Porosity of the Scaffold. Prior to the scaf-
fold fabrication, the internal geometry of the scaffold microstruc-
ture needs to be designed and specified, such as those shown in
Fig. 1�b�, where Y is the distance between two adjacent horizontal
strand centers, D is the diameter of the strand, and � is the angle
between two layers. Also shown in Fig. 1�b� are the distances
between the two adjacent horizontal �hxy� and vertical �hz� strands.
It is observed that in the fabrication process the distance hxy does
not change significantly, but the vertical size hz does due to the
fusion of the two strands. In this paper, hz is of interest and is to
be represented.

For this purpose, it is assumed that �1� once a layer is dispensed
onto a previous one, the previous layer is assumed dried; �2� the
influence of the surface tension in the fresh strand is ignored,
compared with the influence of the high stiffness of the material;
and �3� the fresh strand acts as solid and maintain their cylindrical
shape except in the contact region.

Once a fresh strand is laid onto the dried ones, the strand in the
contact region yields and spreads until the shear stress becomes
smaller than the yield stress. This spreading process is followed
by creep due to the action of stress below the yield stress. Strands
fusion at the contact area is shown in Fig. 4�a� and the contact
surface is illustrated in Fig. 4�b�. It is considered in this paper that

SFF technique: „a… overview and „b…

Fig. 4 „a… Schematic of the strands in contact and „b… contact
by
surfaces
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he creep stops once the shear stress drops to the elastic limit.
herefore, in the final state, the shear stresses in the contact region
re uniform and equal to the elastic limit stress ��e�.

Suppose the area of the projection of the contact surface on a
orizontal plane is Ap, the force balance yields

	 · Ap = W �8�

here 	 is the normal stress on the surface and W=
g�R2Y is the
verage weight of the strand supported by the substrand, in which
is the density of the material. According to mechanics of mate-

ial, the maximum shear stress applied on a plane equals half of
he normal stress on this plane �14�. Thus, the shear stress in the
ontact region is

�e =
1

2
	 =

1

2

W

Ap
�9�

he projection of the contact area on the horizontal plane is ap-
roximately an ellipse. Based on the geometrical relationship in
he contact area, the vertical space hz in Fig. 1�b� is

hz = D ·	1 −

gY

2�e
· sin � �10�

or generality, the dimensionless vertical size hz
� is used in the

ollowing, defined by

hz
� =

hz

D
=	1 −


gY

2�e
· sin � �11�

n literature, the porosity of a 3D scaffold is defined as the ratio of
he void volume to the apparent volume of the scaffold. Due to the
usion of strands, the porosity of the scaffold fabricated is actually
ependent on hz. Then, for a cuboidal scaffold with k layers in the
direction and a and b strands in the horizontal directions, the

orosity is as follows:

% porosity = �1 −
abkYAcs

��a − 1�Y + D� � ��b − 1�Y + D� � ��k − 1�hz + D��
� 100% �12�

here Acs is the cross-sectional area of strands and hz is deter-
ined from Eq. �10�.

Experimental and Simulation Results

4.1 Measurement of the Mechanical Properties. 3% �w /v�
hitosan solution was prepared by solving chitosan in 0.5 mol/l
cetic acid, and some of the solutions obtained were added with
arying volumes of hyroxylapatite �HA� particles to form colloid
els. The flow behaviors of both chitosan solutions and colloid
els were then examined on a HBDV-III rheometer �Brookfield,
A�. The data of shear stress and shear rate obtained were corre-

ated by using Eq. �1�; the values of K and n were identified,
hich are listed in Table 1.
The yield stresses and elasticity limit stresses of the colloidal

Table 1 Measured mechanical properties

aterials
Yield stress �y

�Pa�

Flow behavior

Elasticity limit
stress �e �Pa�

K
�Pa sn� n

hitosan solution 0 63.0 0.668 -
0% HA gels 683.1 102.0 0.70 11.0
5% HA gels 715.9 130.5 0.71 13.5
0% HA gels 748.6 152.3 0.73 15.4
5% HA gels 778.0 180.0 0.74 18.2
0% HA gels 812.5 215.6 0.76 20.9
els were also examined on the rheometer. In the measurements of

ournal of Manufacturing Science and Engineering
yield stresses, the shear rate was set at 0.01 s−1, and the yield
stress was read from the built-in software; meanwhile the elastic-
ity limit stresses were determined by using the 0.2% offset plastic
strain from the strain-stress curves recorded. The measured yield
stresses and elasticity limit stresses are also shown in Table 1.

4.2 Verification of the Flow Rate Model. In order to verify
the effectiveness of the flow rate model, two experiments of dis-
pensing colloidal gels were carried out by using the scaffold fab-
rication machine adapted from a commercial fluid dispensing sys-
tem �C0720M, Asymtek�, in which a needle with an internal
diameter of 0.61 mm and a length of 12 mm was used. In the first
experiment, a 45% HA-chitosan gel was used, and the dispensing
system was controlled to deliver the gel for 20 s under different
pressures of 150 KPa, 250 KPa, 350 KPa, and 450 KPa, respec-
tively. The average flow rates of three runs were measured by
weighing the gels dispensed using an electronic balance with a
resolution of 0.1 mg. Simulations based on Eqs. �3�–�6� with the
flow behavior parameters listed in Table 1 were performed in
MATLAB. Both the experimental and simulation results are shown
in Fig. 5. Simulations without the consideration of slip were also
carried out. The results show that slip has a significant influence
on the flow rate of the material dispensed and that this influence
can be well represented by means of the model developed. In the
second experiment, colloidal gels with different HA volume frac-
tions were dispensed under a pressure of 3.5 MPa for 20 s and the
flow rates were measured as in the previous experiment. Simula-
tions with and without the consideration of slip were also carried
out. The comparison of the simulation results to the experimental
ones is given in Fig. 6, also suggesting that the wall slipping must
be taken into account in the flow rate model.

4.3 Verification of the Pore Size and Porosity Model. To
verify the pore size and porosity model, the colloidal gels with
different HA volume fractions were used to fabricate scaffolds
with the designed structural parameters listed in Table 2. Once
fabricated, the vertical sizes of the pores of the scaffold were
measured by using a light microscopy; its porosity was measured
by using the liquid saturation method, in which acetone was used
as the liquid. The measured pore sizes and porosities are plotted in
Figs. 7 and 8, respectively, against the elasticity limit stresses,
which correspond to colloidal gels with different HA volume frac-
tions. Simulations were performed for the pore size based on Eqs.
�8�–�11� and for the porosity based on Eq. �12�. The simulation
results are shown in Figs. 7 and 8, along with the experimental
results. The agreement between the model predictions and the

Fig. 5 Flow rate under different applied air pressures „45%
HA-chitosan gel…
experimental results indicates that the model developed is prom-
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sing to predict the scaffold pore size and porosity. The slight
ifference between them may mainly have resulted from the as-
umption that the strands are cylindrical, which are used in the
odel development.
As indicated by Eq. �11�, the elastic limits stress ��e� of the
aterial must be high enough to form three-dimensional intercon-

ected pores. To illustrate this concept, two scaffolds were fabri-
ated from the materials with �e of about 5.0 Pa and 18.5 Pa under
dentical operation conditions. From the pictures taken from the
caffolds in Fig. 9, it is seen that, although there are pores in the
orizontal plane, the use of the latter material can create a better
nterconnected pores than the former one due to the larger hz.

Conclusions
In the dispensing-based SFF tissue scaffold fabrication process,
number of factors such as the material properties and process

arameters can affect the process performance. These factors have
significant influence on the flow rate in the fabrication process,

hereby affecting the determination of the moving speed of the

ig. 6 Flow rate at different HA volume fractions „pressure
3.5 bars…

Table 2 Scaffold structure parameters

trand diameter D
�mm�

Span Y
�mm�

Crossing angle �
�deg� Layers

0.61 1.5 90 20
Fig. 7 Measured and predicted pore sizes
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needle. In this paper, the model for the flow rate is developed by
taking into account the wall slip. Based on the developed model,
the needle moving speed in the fabrication process is determined
so as to construct scaffold strands without either tensile stress or
compressive stress in the fabrication process. This paper also pre-
sents the development of a model of pore size and porosity of the
scaffolds fabricated by means of the dispensing-based SFF tech-
nique. With this model, it becomes possible to rationally deter-
mine the process parameters used in the scaffold fabrication, in-
stead of using a trial and error process as reported previously.
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CHAPTER 4 

MODELING PROCESS-INDUCED CELL DAMAGE IN THE 

BIO-DISPENSING PROCESS

Published as:  

 Li, M.G., Tian, X.Y., Zhu, N., Schreyer, D.J., and Chen, X.B. (2010) 
Modeling process-induced cell damage in the bio-dispensing process. Tissue 
Engineering, Part C, 16(3):533-542. 

4.1 Introduction and Objectives 

To better mimic the microenvironment of cells in native tissues, cells are 

incorporated in hydrogels to form cell-seeded hydrogel scaffolds. The advantage of 

these scaffolds over the solid scaffolds fabricated in the previous chapter is that their 

mechanical properties are highly malleable while the biological functionality is 

maintained by the backbone of the polymeric network. Thanks to its biomimetic 

properties, it has been successfully employed in different tissue engineering, such as 

cartilage, brain and nerve.  

In the cell involved bio-dispensing processes, cells are continuously subjected to 

mechanical forces. If the forces exceed certain thresholds and/or the forces are applied 

beyond a certain time period, cells will be harmed and even damaged to the point they 

do not maintain their phenotype or even survive the process. The objective of this 

paper is to develop a model to represent the cell damage occurring in the 

bio-dispensing processes under different process control parameters. 
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4.2 Method 

Development of cell damage model in the bio-dispensing processes consists of 

three steps: (1) establishment of a cell damage law to relate the cell damage percent 

under different forces and force exposure times; (2) represent the forces that cells 

experience and the time that cells are exposed to the forces in the bio-dispensing 

processes; and (3) apply the cell damage law established to the bio-dispensing 

processes to obtain the cell damage model. 

4.3 Results 

The results show that the cell damage percent in the bio-dispensing processes can 

be predicted by the developed model. Both the model simulation and experiments 

show that cell damage in the bio-dispensing processes increase with the air pressure 

and needle length and decrease with the needle diameter. The model simulation also 

indicates that the cell damage concentrated at the needle wall due to the high shear 

stress and long exposure time at the wall, and this is also verified by experiments. 

4.4 Contributions 

The contribution of this paper is the development of the cell damage model for 

bio-dispensing processes. The model developed in this paper can be used to determine 

the influence of the process parameters on the cell damage and, ultimately, to 

optimize the bio-dispensing process to minimize cell damage. 
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Methods Article

Modeling Process-Induced Cell Damage
in the Biodispensing Process

Minggan G. Li, M.Sc.,1 Xiaoyu Y. Tian, M.Sc.,2 Ning Zhu, M.Sc.,2

David J. Schreyer, Ph.D.,3 and Daniel X.B. Chen, Ph.D., P.Eng.1,2AU1c

Emerging biomanufacturing processes involve incorporation of living cells into various processes and systems by
employing different cell manipulation techniques. Among them, biodispensing, in which the cell suspension is
extruded via a fine needle under pressurized air, is a promising technique because of its high efficiency. Cells in
this process are continually subjected to mechanical forces and may be damaged if the force or manipulation time
exceeds certain levels. Modeling cell injury incurred in these processes is lacking in the literature. This article
presents a method to quantify the force-induced cell damage in the biodispensing process. This method consists of
two steps: first is to establish cell damage laws to relate cell damage to hydrostatic pressure=shear stress; and the
second is to represent the process-induced forces experienced by cells during the biodispensing process and apply
the established cell damage law to represent the percentage of cell damage. Schwann cells and 3T3 fibroblasts were
used to validate the model and the comparisons of experimental and simulation results show the effectiveness of
the method presented in this article.

Introduction

In recent years, various biofabrication methods have
been developed that employ mechanical means to incor-

porate cells in bioproducts.1 Different cell manipulation
techniques have been explored, including biodispensing cell
deposition,2–5 inkjet-based cell printing,6–9 and photo- and
electropatterning.10–11 Biodispensing, in which a pneumatic
or other volumetrically driven dispenser is used to deposit
the material, is one promising technique because of its fast
and efficient material processing capacity. As such, it has
been widely applied in three-dimensional cell-seeded tissue
scaffold fabrication,12–14 microfluidic devices,15–16 and lab-
on-a-chip devices.17–18 In these processes, cells are encapsu-
lated in a biocompatible material and then extruded and
delivered to designated targets in a controlled manner. In a
pneumatic biodispensing setup, the cell suspension flows
through a fine needle under pressurized air. During this
process, cells are subjected to mechanical forces such as pres-
sure and shear stress. Within a physiological range, forces
elicit adaptive responses acutely and chronically.19 If the
forces exceed certain thresholds and=or the forces are applied
beyond a certain time period, cells will be harmed and even
damaged to the point they do not maintain their phenotype
or even survive the process. Previous studies reported that
the percentage of cell damage during the dispensing process
is 40% for fibroblasts,20 2% for hepatocytes,21 15.7–31.4% of

the control value for HepG2 cells,3 and 6% for chon-
drocytes.22 Clearly, cell damage varies with the fabrication
process and depends upon cell manipulation techniques,
cells types, and process parameters (such as air pressure,
needle diameter, and needle length). Although the cell dam-
age incurred during dispensing-based rapid prototyping fab-
rication can be measured and investigated experimentally,23

a systematic method or model to relate cell injury to bio-
dispensing process parameters has not yet been developed.
Such a model is essential for reproducible control over the
distribution of cells within the bioproducts.

As different biodispensing process parameters generate
different forces and force durations on cells, cell damage
models or laws that address the relationship between pro-
cess-induced forces and cell damage are needed. A power
law function commonly used to model the force-induced cell
damage has the following general form24–26:

I (%)¼Ct asb (1)

where I (%) is the percentage of cell damage, t the stress cell
experienced, and t the stress exposure time. C, a, and b are
constants for a given type of cells. Equation 1 has been em-
ployed with varying degrees of success for representing
force-induced cell damage.27,28 However, the model has two
disadvantages. First, the equation does not provide infor-
mation regarding either the probability distribution of cell
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damage with stress and exposure time or how the stress and
exposure time are correlated. Second, this equation is not
applicable for describing cell damage for large ranges of
stress and=or long exposure times because, as the shear stress
or exposure time becomes large or long, the right-hand side
of the above equation will exceed 100%, which is obviously
not true. Therefore, models that can overcome the afore-
mentioned disadvantages are desirable.

Further, the mechanic forces that acted on cells in the
biodispensing process are usually distributed in a complex
manner. The shear stress generated in the cell suspension in
the needle, for example, increases with the radius, specifi-
cally from zero at the needle center to a maximum value at
the needle wall. In addition, given that the flow velocity of
the cell suspension in the needle is a function of radius, the
exposure time of the cells to the shear stress also varies in the
biodispensing process. Hence, the use of maximum shear
stress at the wall and the average exposure time to model the
cell damage, as reported in a previous study,29 is inappro-
priate. Also, it was noted that cell suspensions in the reser-
voir are subjected to pressures for time periods varying from
seconds to hours, depending on applications.30 All these
suggest that representation of the forces on the cells during
the biodispensing process is essential for the development of
models for the process-induced cell damage.

In this article, we present a method to quantify the per-
centage of cell damage in the biodispensing process. This
method consists of two steps: the first step is to monitor the
response of cells to a given hydrostatic pressure and shear
stress and develop experimental models or laws for cell
damage; and the second step is to analyze the forces acting
on the cells in the biodispensing process and then apply the
developed cell damage laws to represent the percentage of
cell damage in the process. Experiments using a pneumatic
dispensing system were carried out to validate the devel-
oped method, in which Schwann cell and 3T3 fibroblasts
were chosen for cell dispensing because of their wide ap-
plications in tissue engineering.31,32

Developing Cell Damage Laws

To model the percentage of cell damage in the biodis-
pensing process, cell damage laws describing the relation-
ship between cell damage and hydrostatic pressure=shear
stress must be established. To do this, varying levels of
pressure or shear stress of different durations were applied
to cells, with cell damage recorded, and a relationship was
derived from the experimental results. In particular, hydro-
static pressure was applied to cells in a syringe with a re-
movable cap screwed in place of a dispensing needle. As
different pressures were applied for varying durations, cell
damage was observed and the percentage of cell damage
was evaluated. To observe shear-induced cell damage, a
rheometer with cone-and-plate geometry (RVDV-III; Brook-
field, Middleboro, MAAU2c ) was used to apply different shear
stresses for varying durations to cells. Given that the angle
between the cone and the plates is small, the shear rate, thus
shear stress, throughout the suspension was considered as
uniform.33 The shear stresses and the exposure times were
controlled via programming and the cell damage was mon-
itored and recorded.

To describe the relationship between cell damage and
hydrostatic pressure=shear stress, one can use the power law
equation, which, however, has the limitations discussed
previously. For improvement, in this article we propose the
use of a bivariate normal distribution function to establish
the cell damage law. The bivariate normal distribution is a
generalization of the one-dimensional normal distribution to
the two-dimensions and has been widely used in biostatis-
tics.34 Based on the normal distribution theory, the percent-
age of cell damage under pressure or shear stress (CDpr=sh) is
expressed as a function of stress (s) and the corresponding
exposure time (t), that is,

CDpr=sh(s, t)¼
Z
t

Z
s

f (s, t)dsdt (2)

where f (s, t) is the probability density function and is given
by

f (s, t)¼ 1

2prsrt
ffiffiffiffiffiffiffiffiffiffiffiffiffi
1� q2

p exp � z

2(1� q2)

� �
(3)

where z � s� ls
rs

� �2
� 2q s� ls

rs

� �
t� lt
rt

� �
þ t� lt

rt

� �2

; ms and

mt are the mean values of stress s (pressure or shear) and
exposure time t, respectively; ss and st are the standard
deviations of s and t, respectively; and r is the correlation
coefficient between s and t. These five parameters were ob-
tained experimentally and can be determined for both pres-
sure and shear stress conditions.

Using the above cell damage law, the vulnerability of cells
to mechanical force and duration of the applied force can be
determined. The mean values and standard deviations of
force and force duration for cell damage are components of
the laws; the coupling effect of force and force duration on
cell damage is quantitatively expressed. Further, as this cell
damage law is based on probability theory, one hasR1
0

R1
0 f (s, t)dsdt¼ 1, thereby overcoming the limitation of

the power law equation when force or force duration be-
comes large.

Modeling Cell Damage in the Biodispensing Process

In the biodispensing process, cells are subjected to both
pressure and shear stresses, resulting in cell damage con-
cerned in this article. In this section, an analysis of the
process-induced forces is performed by using the informa-
tion of the flow behavior of cell suspension, and on this basis,
the cell damage law established previously is applied to
represent the percentage of cell damage in the biodispensing
process.

Flow behavior of cell suspension

Cell suspensions are a composite of cells and high-
molecular weight polymer. Because of the long molecular
chain of the polymer, cell suspensions generally possess non-
Newtonian flow behavior that is featured by a nonlinear
relationship between the shear stress and shear rate in them,
which can be expressed as

s¼K _ccm (4)
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where K is the consistency index with the unit of Pa sm, m is
the flow behavior index (dimensionless), and _cc is the shear
rate.

Process-induced forces in the biodispensing process

In this study, a cell-dispensing method adapted from a
commercial fluid dispensing system (C0720M; Asymtek,
Carlsbad, CA) was used.35,36 The system employs pressur-
ized air to drive the cell suspension stored in the syringe out
of the needle, as schematically represented inF1c Figure 1. In the
biodispensing process, the following assumptions were
made: (1) the cell suspension is incompressible, implying its
density is constant during the process; (2) the fluid flow in
the needle is steady and fully developed, at which the ve-
locity profile does not change with time; (3) there is no slip
between the cell suspension and the needle wall; (4) the
pressure drop in the reservoir due to the fluid flow is neg-
ligible given the syringe diameter is much greater than the
needle diameter; and (5) the minor losses due to entrance
effects can be neglected given the fact that the flow velocity
in the needle is small. Under these assumptions, the pressure
drop in the needle is given as37

DP¼P�Pe (5)

where P is the pressure of air applied to the syringe and Pe is
the pressure at the exit or ambient air pressure.

Under assumption (4) given previously, it is known that
the hydrostatic pressure experienced by the cells in the res-
ervoir (Pr) equals the air pressure (P) applied in the syringe.
Because cells are continuously subjected to the pressure until
they are extruded out of the needle, cells within the syringe

are exposed to this pressure for different lengths of time,
depending on the cell location. For the cells that are located
initially at vertical position h in the reservoir, the time period
of exposure is given as

tr(h)¼ R2
r h

R2
nu

(6)

where Rr and Rn are the radii of the reservoir and the needle,
respectively, and u is the average flow velocity in the needle.

Based on the force balance, the shear stress distribution
along the radial direction in the dispensing needle can be
obtained from38

sn(r)¼ DP
2Ln

r (7)

where tn(r) is the shear stress at radial position r ( bF2Fig. 2).
From equation 7, it is known that the shear stress distribution
across the needle cross section is linear and, notably, the
shear stress at the center of the needle is zero (Fig. 2).

For the cell suspension with the flow behavior character-
ized by equation 4, the flow velocity (U) in the needle is
given as38

U(r)¼ m

mþ 1

�DP
KLn

� Rn

2

� �1=m

Rn 1� r

Rn

� �(mþ 1)=m
" #

(8)

From the above equation, it is known that the flow velocity
distribution in the needle is not constant, but a function of
radius (r) (Fig. 2). As a result, the time period of cells trav-
eling along paths of different radius will vary, according to

FIG. 1. Representation of process parameters during bio-
dispensing. P is the pressure of air applied to the syringe, Pe

is the pressure at the exit or ambient air pressure,AU4c Dn is the
internal diameter of the needle, Lr is the suspension level in
the reservoir, and Ln is the length of the needle. h represents
the initial vertical position of cells in the reservoir and l
represents the longitude position of cells in the needle.

FIG. 2. Schematic representation of the shear stress and
velocity distribution in the fully developed laminar flow in
the cylindrical needle.
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tn(r)¼ Ln
U(r)

(9)

Notably, pressure is also present in the needle. Based on
the force balance in the longitudinal direction, the pressure
Pn at position l along the needle is given as, if ignoring the
effect of the gravity of the cell suspension,

Pn(l)¼P� l

Ln
DP (10)

Percentage of cell damage in the biodispensing
process

In the reservoir, the cell damage is caused by pressure. For
the cells located initially at vertical position h (Ir), the per-
centage of cell damage is given as

Ir(h)¼CDpr(Pr, tr) (11)

where CDpr is the cell damage law under hydrostatic pres-
sure, Pr is the pressure applied on the cells in the reservoir,
and tr is the time the cells are exposed to this pressure.

In the dispensing needle, both pressure and shear stress
may cause cell damage. For simplicity, the effects of pressure
and shear stress on cell damage are assumed to be inde-
pendent and therefore can be added to obtain the total cell
damage in the needle. Suppose the cell density in the cell
suspension is d, and the number of cells damaged by pres-
sure in a volume of 2prDr�Dl at longitude position l and ra-
dial position r can be expressed as 2prDr �CDpr(Pn,tn)Dl � d.
Thus, in a unit length at the exit of the needle, the number of
damaged cells is

R Ln
0

R Rn

0 2pr � d � CDpr(Pn, tn)drdl and the
number of total cells is d � pR2

n. Hence, the cell damage
caused by the pressure in the needle can be obtained with

In, pr ¼
2
R Ln
0

R Rn

0 rCDpr(Pn, tn)drdl

R2
n

(12)

where CDpr is the pressure-induced cell damage law.
Considering the shear stress effect at the exit of the needle,

the number of damaged cells in a unit length at the exit of the
needle can be expressed as d

R Rn

0 2prCDsh(sn, tn)dr, where Rn

is the radius of the needle, tn is the shear stress experienced
by the cells, and tn is the time for cells to pass through the
needle. The cell damage in the needle due to shear stress
(In,s) can then be obtained using the equation:

In, sh ¼
2
R Rn

0 rCDsh(sn, tn)dr

R2
n

(13)

where CDsh(tn,tn) is the cell damage law established for shear
stress. The total cell damage in the needle is therefore

In¼ In, prþ In, sh (14)

Finally, the percentage of cell damage for the cells initially
located at position h in the reservoir, once dispensed out of
the needle, can be derived as follows:

I(h)¼ 1� [1� Ir][I� In] (15)

Experiments and Results

Chemical formulation

Sodium alginate powder (Sigma, St. Louis, MO) was dis-
solved in deionized water overnight to form a 6% (w=v)
solution.

Cell suspension preparation

Schwann cells (ATCC bAU3) and 3T3 fibroblasts (ATCC) were
grown in Dulbecco’s modified Eagle’s medium (Sigma)
supplemented with 5% fetal bovine serum and 1% antibiotic.
The cells were then incubated at 378C in a humidified at-
mosphere of 95% air and 5% CO2. Immediately prior to use
in our experiments, cell cultures were blended with sodium
alginate solution to form a 50% (v=v) cell suspension and
gently mixed with a pipette to ensure a uniform cell distri-
bution. All experiments were conducted at room tempera-
ture (*238C).

Cell viability assay

Niagara blue was used to stain cells and assess cell viabil-
ity. The number of living=dead cells was counted manually
under a light microscope (Leica; Microsystem, Bannockburn,
IL) immediately following the dispensing process.

Statistical analysis

Statistical analysis was performed using Student’s t-test,
with a p-value of <0.05 considered significant.

Cell damage due to hydrostatic pressure

Two milliliters of cell suspension was delivered into the
syringe using a pipette. Air pressure of 100, 200, 300, 400,
and 500 kPa was then applied to the cell suspensions for
30min. The control group was maintained at the atmo-
spheric pressure. Each of the experiments was repeated six
times (n¼ 6).

Cell damage in the control and test groups was not sig-
nificantly different at any of the pressures tested ( bT1Table 1).
This result suggests that cell damage in the dispensing pro-
cess is independent of the initial vertical position (h) of cells
in the reservoir. Further, it suggests that hydrostatic pressure
in the dispensing process will not affect the viability of
Schwann cells and 3T3 fibroblasts if the process lasts for less
than 30min, that is,

Ipr ¼ 0 (16)

The above results obtained from both Schwann cell and
3T3 cells agree with observation reported in a previous
work,39 showing that the application of less than 5MPa
hydrostatic pressure for 2 h on chondrocytes has limited
damage to cell cytoskeletons or cell membranes. Therefore,
the cell damage that occurs in the biodispensing process may
primarily be attributed to shear stress encountered in the
needle. However, it should be noted that high pressure does
have a pronounced disruptive effect on cytoskeletal organi-
zation,40 and pressures exceeding 100MPa may lead to cell
damage.41
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Cell damage due to shear stress

About 0.5mL of cell suspension was carefully delivered to
the rheometer by using a pipette. Cell suspensions used in
each of the following experiments were also weighed to re-
duce the error caused by the high viscosity of the solution in
the delivery process. Different shear stresses (80, 200, 400,
600, 800, 1000, and 1200 Pa) with varying durations (5, 60,
120, and 300 s) were applied to the cell suspensions. The
control group was retained in tubes. Each of experiments
was repeated six times (n¼ 6). The difference in cell damage
between the shear stress group and the control group, de-
noted by Damage_shear, is attributed to the corresponding
shear stresses and exposure times. The values were nor-
malized from 0% to 100% as follows:

Normalized cell damage¼ Damage shear

max (Damage shear)
(17)

For Schwann cell (F3c Fig. 3a), at low shear stresses (less than
400 Pa) and short exposure time (less than 60 s) the percent-
age of cell damage was almost zero; with increasing shear
stresses and=or exposure times, the percentage of cell dam-
age increased in a nonlinear fashion (Fig. 3). At shear stresses
above 1200Pa and exposure times above 300 s, the cell
damage plateaued at almost 100%, implying no cells can
survive under these conditions. It was also observed that the
percentage of cell damage increased gradually with exposure
time at low shear stresses; at higher shear stresses, the per-
centage of cell damage increased more rapidly with time,
particularly at the onset of exposure.

Similar results for 3T3 fibroblasts were also observed in
Figure 3b. By comparison, the cell damage is a little higher

than Schwann cells under the same conditions. For example,
at the shear stress of 1200 Pa and exposure time of 5 s, the cell
damage percentage is 89% for 3T3 and 78% for Schwann
cells. This may indicate that 3T3 is more vulnerable than
Schwann cells under shear stress.

Using the experimental data given in Figure 3, the five
parameters of the bivariate normal distribution function (i.e.,
equation 2) were determined by means of the nonlinear least-
squares regression in Matlab. More specifically, the five pa-
rameters are initially given their guessed values and then
altered until the difference between the experimental data
and the ones generated from the model is minimal. bT2Table 2
lists the values of the parameters determined.

Cell damage in the biodispensing process

The flow behavior of the cell suspension was tested using
an RVDV-III rheometer with a CP-52 spindle. The flow be-
havior parameters were identified and are given as K¼ 28.7
(Pa sm) and m¼ 0.78 (dimensionless) for Schwann cell sus-
pension and K¼ 26.5 (Pa sm) and m¼ 0.76 (dimensionless) for
3T3 suspension. These values were used to calculate the cell
exposure time based on equations 8 and 9.

In the experiments with dispensing cells, the pneumatic
dispensing system described previously was employed, and
medical-grade compressed air was used to extrude the cell
suspension in the syringe out of the needle. In each of the
dispensing experiments, 2mL of cell suspension was loaded
into the syringe using a pipette and then pressurized air was
applied to the syringe. The cell suspension was extruded
from fine needles (length, 20mm). Control groups were
maintained for each experiment and they were kept in tubes.
The difference in percentage of cell damage between the

Table 1. Cell Damage Under Hydrostatic Pressure (n¼ 6) bAU5

Cell damage (%� SD)

100 kPa (control) 200 kPa 300 kPa 400 kPa 500 kPa

Schwann cell 8.01� 3.2 8.61� 2.9 7.35� 3.8 9.01� 2.9 8.54� 2.7
3T3 fibroblast 7.85� 2.7 8.36� 2.3 8.89� 2.1 7.52� 3.5 6.52� 2.0

FIG. 3. Cell damage under different shear stresses and exposure times. (a) Schwann cell, and (b) 3T3 fibroblasts; mean
value, n¼ 6.
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samples and controls was attributed to the biodispensing
process. Such experiments were repeated six times (n¼ 6).

One set of experiments was aimed to investigate the in-
fluence of air pressure on cell damage in the biodispensing
process. In these experiments, cell suspensions were dis-
pensed by a needle (150 mm diameter) under pressures of
100, 200, 300, 400, and 500 kPa, respectively. As air pressure
increased from 100 to 500 kPa, cell damage increased from
3% to 39% for Schwann cell (F4c Fig. 4a) and 4% to 43% for 3T3
fibroblasts (Fig. 4b). This damage was attributed to shear
stress in the needle, but not air pressure (as discussed in Cell
damage due to hydrostatic pressure section). Because of the fact
that the shear stress in the needle is dependent on the air
pressure applied in the biodispensing process, higher air
pressure can increase the flow rate of cell suspension dis-
pensed in the process, meanwhile also leads to higher cell
damage. The model given in equations 11–15 were used to
simulate the percentage of cell damage under the identical
experimental conditions and the simulation results are
shown in Figure 4a and b for Schwann cell and 3T3 fibro-
blasts, respectively, along with the experimental results for
comparison. It is seen that both simulation and experimental
results are in close agreement, illustrating the promising use
of the developed model.

A second set of experiments was aimed to investigate the
influence of needle diameter. In these experiments, the air
pressure was fixed at 500 kPa and needle diameters of 150,
250, 330, 410, and 510mmwere used, respectively. The results
obtained are reported inF5c Figure 5, showing that cell damage
decreased with increasing needle diameter. Also, it is ob-
served that, for both Schwann cell and 3T3 fibroblasts, as the
needle diameter increased from 150 to 330 mm, cell damage
dropped quickly, and for diameters >500 mm, the cell dam-

age was less than 5%. However, cell damage for 3T3 is a little
higher than Schwann cell under the same conditions. For
example, at needle diameter of 150 mm, 43% of 3T3 fibro-
blasts were damaged, which is 4% higher than the cell
damage of Schwann cells (39%). The simulation results from
the model are shown in Figure 5a and b, illustrating that our
model can also be effectively used to represent the influence
of needle diameter on the percentage of cell damage.

We noted here that cell damage data were normalized (as
in Cell damage due to shear stress section) to obtain the cell
damage law and subsequent simulations. To compare the
experimental and simulated results, the experimental data
were also normalized using equation 17. The raw cell dam-
age data can be obtained from reverse calculation through
equation 17.

Discussion

Cell damage minimization

Both air pressure and needle diameter significantly influ-
enced cell damage in the biodispensing process (Figs. 4 and
5). Cell damage can be minimized by use of low air pressure
and a large-diameter needle. However, this may be imprac-
tical as extruding some viscous biomaterials becomes prob-
lematic at low air pressures. Moreover, both accuracy of
positioning and volume control are lost with large-diameter
needles, precluding some precision applications. Thus, the
selection of pressure and needle diameter depends upon a
given application, and the percentage of cell damage can be
minimized by optimizing the process parameters.

For example, if a certain flow rate is required in an ap-
plication, cell damage can be minimized by choosing the
appropriate combination of needle diameter and air pres-
sure. For instance, the optimal flow rate for the cell suspen-
sion employed in our experiments is of 0.6mL=s, which can
be achieved through different combinations of needle di-
ameter in a range of 0.33–0.84mm and air pressure in range
of 0–500 kPa with the following flow rate equation38:

Q¼ pD3
n

8

sw
K

� �1=m m

3mþ 1
(18)

Table 2. Identified Cell Damage

Law Parameter Values

mt st mt st r

Schwann cell 631.84 252.63 9.88 3.15 0.29
3T3 fibroblast 574.89 271.94 7.99 2.68 0.28

FIG. 4. Influence of air pressure on cell damage for (a) Schwann cell and (b) 3T3 fibroblasts. The needle diameters are
150 mm.
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We simulated the percentage of cell damage under these
combinations using equations 11–15 (F6c Fig. 6a). To maintain
constant flow rate, the air pressure decreases with increasing
needle diameter. The percentage of cell damage does not
vary linearly with either pressure or needle diameter; cell
damage peaks at D¼ 410mm and p¼ 190 kPa, and is the
lowest at D¼ 840mm and p¼ 20 kPa. Experiments were also
carried out to validate the simulation results. Both results are
shown in Figure 6a.

Effect of needle length on cell damage

The use of shorter-length needle in the biodispensing
process can decrease the resistance to the fluid flow, thereby
increasing the flow rate or reducing the air pressure required.
On the other hand, the use of shorter needle can linearly
increase the shear stress in the needle, but decrease the time
period of cell exposure to the shear stress, thereby affecting
cell damage during the dispensing process in a complicated
manner. This can also be seen from the developed model
given in equations 11–15. To investigate the complicated
effect of needle length on cell damage, both experiments and

simulations from the developed model were performed, and
the results are shown in Figure 6b, for the case with an air
pressure of 500 kPa and a needle diameter of 840mm. The
results demonstrated that cell damage is almost zero at
needle lengths of <40mm, but increases quickly thereafter.
Cell damage peaks at *38% at a needle length of *100mm,
thereafter decreasing a little to *35% as the needle length
approaches 120mm. This may be caused by the lower shear
stress in the needle with the increase of needle length.

Figure 6b suggests that the needle length should be care-
fully chosen to minimize cell damage in the biodispensing
process. If higher flow rates are required for a given appli-
cation, a shorter needle is favored to preserve cell viability. If
a longer needle is required, for example, for the complicated
in situ applications, the needle length should be selected to
avoid the cell damage peak, as illustrated in Figure 6b.

Cell damage distribution in the radial
direction of a needle

As seen from equations 7 and 9, both the shear stress and
the exposure time, experienced by cells in the needle, vary in

FIG. 5. Influence of needle diameter on cell damage for (a) Schwann cell and (b) 3T3 fibroblasts. The air pressures applied
are 500 kPa.

FIG. 6. Cell damages under different conditions: (a) Percentage of cell damage under constant flow rate; (b) Influence of
needle length on cell damage (air pressure¼ 500 kPa, needle inner diameter¼ 840mm).
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the radial direction, thereby causing uneven distribution of
cell damage along the direction. To investigate this distri-
bution, the percentage of cell damage at different radii were
simulated by means of the developed model and the results
are shown inF7c Figure 7a for the case where the air pressure is
500 kPa, the needle diameter is 840 mm, and the needle length
is 80mm. It is seen that damaged cells are concentrated near
the needle wall where the shear stress is largest. Compara-
tively, most of the cells nearer to the needle center survive
because of the lower shear stress presented. Therefore, it is
concluded that cells near the needle wall are most vulnerable
in the biodispensing process. To validate this conclusion,
experiments were also carried out, in which cell suspension
was dispensed into the crosslinking agent 0.5% calcium
chloride solution to form a solid strand. The strand was then
sliced into 50 mm and observed under a microscope. Figure
7b shows the picture of the dead=living cells distributed in
the cross section of the strand, in which the dead cells are in
black and the living cells are in white. Most of dead cells are
located at the edge of the strands. Such an uneven distribu-
tion of cell damage along the radial direction was also
previously observed and reported21 when dispensing hepa-
tocyte cells. In contrast, few cells are damaged and the
damaged cells are evenly distributed in the cross section of
the strand in the control group, which was extruded under
the gravity of the cell suspension (Fig. 7c).

Conclusions

This article presents a method to model the process-in-
duced cell damage incurred in the biodispensing process.
The first step of the method is to establish the cell damage
laws to relate cell damage to the hydrostatic pressure=shear

stress that are applied on cells; and the second step is to
represent the percentage of cell damage in the biodispensing
process based on the established cell damage law as well as
the analysis of the process-induced forces on the cell sus-
pension during the dispensing process.

Using experiments, the influence of hydrostatic pressure
on cell (both Schwann cell and 3T3 fibroblasts) damage was
determined to be small, whereas the influence of shear stress
and time period acting on cells was found to be significant.
This suggests that cell damage in the biodispensing process
was largely attributed to shear stresses and exposure times in
the dispensing needle, while having a little connection to the
air pressure present in the reservoir. To represent the influ-
ence of shear stress on cell damage, a bivariate normal dis-
tribution function was chosen for use. It has been shown that
the use of bivariate normal distribution function in estab-
lishing the cell damage law is more appropriate than the use
of the power law equation reported in the literature, as the
limit exhibited by the power law equation is overcome when
either the shear stress or the exposure time becomes really
large.

Experiments with dispensing Schwann cells and 3T3 fi-
broblasts were carried out with varying process parameters.
It is concluded that the percentage of cell damage of both
Schwann cells and 3T3 fibroblasts varies, depending on the
process parameters that were employed in the experiments.
Particularly, the percentage of cell damage increases with the
air pressure applied and decreases with the needle diameter.
It is also concluded that cell damage can be affected by the
needle length, but in a complicated manner. In the examined
case, it is shown that the percentage of cell damage generally
increases with the needle length. All of the conclusions
drawn suggest that the process parameters can be optimized

FIG. 7. Cell damage distribution in the
radial direction of the needle. (a) Simu-
lation results, (b) cell damage distribu-
tion in the cross section of the strand
dispensed under a pressure of 500 kPa,
and (c) cell damage distribution in the
control group dispensed under the
gravity of cell suspension. Bars¼ 100mm.
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to optimally preserve cell viability in the biodispensing
process. Besides, the experimental results obtained also show
that the cell damage is unevenly distributed along the needle
radial direction. More specifically, cells located near the
needle wall are more vulnerable than those near the center.

The experimental results were also compared with the
simulations results obtained from the developed model to
illustrate the effectiveness of the method presented in this
article. It has been shown that the experimental data can be
well reproduced by means of the developed model. This
would represent a significant advance in tissue engineer-
ing, as the model would allow one to rigorously design=
determine the biodispensing process to achieve the repro-
ducible control over the distribution of the cell within tissue
engineering constructs or devices, instead of relying upon a
trial-and-error process as previously reported.
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CHAPTER 5 

EFFECT OF NEEDLE GEOMETRY ON FLOW RATE AND CELL 

DAMAGE IN THE DISPENSING-BASED BIOMANUFACTURING 

PROCESS 

Submitted as:  

 Li, M.G., Tian, X.Y., Zhu, N., Schreyer, D.J., and Chen, X.B. Effect of needle 
geometry on flow rate and cell damage in the dispensing-based 
biomanufacturing processes. Submitted to Tissue Engineering, part C, March, 
2010. 

5.1 Introduction and Objectives 

In hydrogel scaffold fabrication techniques, cylindrical needles are often used as 

the hydrogel delivery tools, as investigated in Chapter 4. However, this kind of needle 

has several disadvantages such as low flow rate and high cell damage percent. 

Tapered needles, on the other hand, can overcome these shortcomings and facilitate 

the hydrogel scaffolds fabrication. 

The objective of this paper is to compare the flow rates and cell damage in the 

bio-dispensing processes using cylindrical and tapered needles and ultimately find the 

better needle type for bio-dispensing processes. 
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5.2 Method 

Flow rate models for both cylindrical and tapered needles were developed based 

on the non-Newtonian fluid behaviours of the biomaterials; and then simulation and 

experiments were carried out to compare the flow rates in the two types of needles. 

Cell damage in these two types of needles were also compared through models 

developed and experiments performed.  

5.3 Results 

Both the simulation and experimental results show that flow rate in the tapered 

needle is much larger than that in a cylindrical needle under the same process 

conditions and thus, the air pressure needed to produce the same flow rate is much 

lower in the tapered needle. The cell damage percents in the tapered needles are also 

lower than those in the cylindrical needles given the same flow rate. 

5.4 Contributions 

The contributions of this paper are the development of flow rate models and cell 

damage models for both cylindrical and tapered needles and the comparison of the 

performances of the bio-dispensing processes using cylindrical and tapered needles. 

These models will help to select needle types in the bio-dispensing process for better 

process control and cell viability maintenance. 
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Effect of Needle Geometry on Flow Rate and Cell Damage in 

the Dispensing-Based Biomanufacturing Process 
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Abstract: Dispensing techniques have been widely applied in biomanufacturing 

processes to deliver cell suspensions and biomaterials. Under identical operating 

conditions, two types of dispensing needles—tapered and cylindrical—can result in 

different flow and cell damage rates. In this work, models of flow and cell damage 

rates in biodispensing systems using tapered and cylindrical needles were developed 

and compared. Experiments were also carried out to verify the accuracy of the 

developed models. Both simulations and experiments show tapered needles create 

much higher flow rates under identical pressure conditions than cylindrical needles. 

Use of a much lower pressure in a tapered needle can therefore achieve the same flow 

rate as that in a cylindrical needle. Consequently, at equivalent flow rates, cell damage 

in a tapered needle dispensing system is lower. Application of the developed models 

to specify the influence of process parameters, including needle geometry and air 

pressure, on the flow rate and cell damage rate represents a significant advance for 

biomanufacturing processes. The models can be used to optimize process parameters, 

preserve cell viability, and achieve the desired cell distribution in dispensing-based 

biomanufacturing.  

Key words: biodispensing process, flow rate, cell damage, model development 
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1. Introduction 

In the biomanufacturing process, living cells are mixed with biocompatible 

solutions and precisely delivered onto designated targets to create designed 

bioproducts. Among various techniques that have been explored for cell suspension 

delivery, biodispensing is one of the most promising. This technique employs 

pressurized air in a syringe to drive cell suspensions out of a fine needle (see [1] for a 

review of technical features). Due to its high proficiency and easy maintenance, 

biodispensing has been widely used in different biomanufacturing applications, such 

as cell-encapsulated tissue scaffolds fabrication [2-4], microfluidic devices [5, 6], and 

lab-on-a-chip devices [7, 8].  

Two types of needles—cylindrical and tapered—are used in biodispensing 

techniques, and their performance may differ greatly due to their different geometries. 

One potential difference between these two needle types is flow rate. Tapered needles 

have a large diameter at their entrance and small diameter at their exit, and these 

features may lead to a greater flow rate than cylindrical needles under identical 

pressure conditions. This also implies that a lower air pressure could be used with a 

tapered needle dispensing system to achieve the same flow rate, which would greatly 

facilitate biodispensing processes, especially with high viscosity materials. Although 

in a cylindrical needle dispensing system where air pressure becomes the limiting 

factor, high flow rates can be achieved by selecting a large diameter needle, the 

designed features of the products may be altered; for example, the strand diameter of 

a tissue scaffold, which is determined by the needle size, may be altered along with its 

mechanical and biological properties [1, 9]. Employing tapered needles may 

overcome these problems. Despite the potential advantages of tapered needles, flow 

rates have not been quantitatively studied for biomanufacturing processes or 

compared to cylindrical needles. Flow rate control is one of the most important issues 

in biomanufacturing processes because it greatly affects the performance of the 

fabricated products, including pore size and porosity [9-11] as well as  mechanical 

properties of tissue scaffolds [12]. Hence, a model to predict the flow rate for tapered 
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needles would be of great benefit. 

Cell damage rates may also vary between systems employing tapered and 

cylindrical needles. During the dispensing process, cells are subjected to mechanical 

forces; if these forces or force duration exceed certain levels, cells are damaged to the 

point they may not maintain their phenotype or even survive the process [13]. In our 

previous study [14], we developed a mathematical model to predict cell damage in the 

biodispensing process using cylindrical needles. However, a tapered needle system 

may result in different cell damage due to its different geometry and mechanical force 

distribution. To optimize the biodispensing process and minimize cell damage rates in 

the biomanufacturing process, developing a cell damage model for a tapered needle 

system is essential. 

Selection of needle type is very important, as it affects not only the physical 

performance of the techniques (e.g., flow rate of dispensing) but also influences 

biological properties of the bioproducts (e.g., cell damage). This work focuses on 

determining the effects of a tapered needle on flow rate and cell damage in the 

biodispensing process, and comparing results with those obtained using a cylindrical 

needle. The objective is to identify optimal biodispensing techniques for process 

control and cell damage minimization. 

2. Flow rate model development 

 2.1 Flow behaviour of cell suspensions. Cell suspensions are a mixture of cells 

and biomaterial solution. Due to the high molecular weight and long molecular chains 

of the biomaterials, cell suspensions display non-Newtonian flow behaviour, which 

can be described with a power law equation, given by 

                   nKγτ = ,                               (1) 

where K is the consistency index with the unit of Pa·sn, n is the flow behaviour index 

(dimensionless), andγ is the shear rate. 

 2.2 Flow rate models for the biodispensing processes. A typical dispensing 

system for use with cylindrical or tapered needles (Figure 1) employs pressurized air 
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P

Dc Lc

Fig. 1. Biodispensing process using a (a) cylindrical or (b) tapered needle. 

(a) (b)
Pe 

Do

Di 

Ltθ0

Air pressure 

to drive the cell suspension or biomaterials stored in the syringe out of the needle, 

where P is pressure applied to the syringe, Pe the pressure in the cell suspension at the 

exit of the needle, Dc and Lc are the internal diameter and the length of the cylindrical 

needle, respectively, Di and Do are the diameters at the entrance and the exit of the 

tapered needle, respectively, θ0 is the half cone angle, and Lt the length of the tapered 

needle. For a given length Lt and diameters Di and Do, the half cone angle can be 

expressed as 

                  ⎟⎟
⎠

⎞
⎜⎜
⎝

⎛ −
=

t

oi

L
DD

2
arctan0θ .                           (2) 

 

 

 

 

 

 

 

 

 

In the biodispensing process, the following assumptions are made: (1) the cell 

suspension is incompressible, implying its density is constant during the process; (2) 

the fluid flow in the needle is steady and fully-developed, so the velocity profile does 

not change with time; (3) there is no slip between the cell suspension and the needle 

wall, (4) the pressure drop in the reservoir due to the fluid flow is negligible given the 

syringe diameter is much greater than the needle diameter; and (5) minor losses due to 

entrance effects can be neglected given the flow velocity in the needle is small.  

Under these assumptions, the pressure drop in the needle is given by [15] 

ePPP −=Δ ,                               (3) 

where P is the pressure of air applied to the syringe and Pe is the pressure at the 

exit or ambient air pressure. 
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The flow rate model in the cylindrical needle developed in our previous work has 

been successfully applied to biodispensing applications [9, 10]. Specifically, the flow 

velocity distribution along the radial direction is 
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⎥
⎦
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Integration of the velocity profile function of Eq. (4) along the circumferential 

direction yields the flow rate 

m
wm

c
c K

DQ τ
π
8

3

= ,                        (5) 

where m=1/n. τw is the wall shear stress and is related to the pressure drop by 

ccw LPD 4/Δ=τ .  

In the tapered needle (Fig. 2), for a small element of length, δl, the force 

balance leads to  

                       00
2 cossec2 θδθδππδ sff lrrP =Δ .            (6) 

If the flow behaviour of the cell suspension is described by Eq. (1), then the flow 

rate model in a tapered needle is given by [16] 

    
n

n
o

n
i

oi
t DDK

PnDDQ

1

33
0

33

)(2
tan3

32 ⎥
⎦

⎤
⎢
⎣

⎡
−

Δ
=

θπ .                (7) 

From Eqs. (4) and (7), the flow rate for each needle type is a function of both 

flow behavior and needle geometry parameters. 

 

lδ
sσ

Fig. 2. Schematic of flow rate derivation in a tapered needle. 
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3. Cell damage model development 

 3.1 Cell damage law. In the biodispensing process, cells are subjected to 

hydrostatic forces in the syringe and shear forces in the needle, which may cause cell 

damage if the forces and force duration exceed certain levels. As different 

biodispensing process parameters generate different forces and force durations on 

cells, a cell damage law that addresses the relationship between cell damage and 

forces and force duration is necessary. In our previous work [14], we developed a cell 

damage law based on a normal distribution function, in which the cell damage rate 

under pressure or shear force (Ip,s) is expressed as a function of force (τ) and the 

corresponding exposure time (t), taking the form of   

                          dtdtftI
tsp τττ
τ∫ ∫= ),(),(, ,                  (8) 

where f (τ,t) is the probability density function and given by  

 22

1( , ) exp
2(1 )2 1s t

zf s t
ρπσ σ ρ

⎡ ⎤
= −⎢ ⎥−− ⎣ ⎦

,              (9) 

where 
2 2

2s s t t

s s t t

s s t tz μ μ μ μρ
σ σ σ σ

⎛ ⎞ ⎛ ⎞⎛ ⎞ ⎛ ⎞− − − −
≡ − +⎜ ⎟ ⎜ ⎟⎜ ⎟ ⎜ ⎟
⎝ ⎠ ⎝ ⎠⎝ ⎠ ⎝ ⎠

and μs, μt are the mean values 

of force s (pressure or shear) and exposure time t, respectively; σs and σt are the 

standard deviations of the s and t, respectively; and ρ is the correlation coefficient 

between s and t. These five parameters are determined experimentally, and can be 

obtained for both pressure and shear stress conditions. Previous study shows that 

hydrostatic pressure under 500 kPa has no effect on cell viability and thus only shear 

stresses in the dispensing needle are considered as factors causing cell damage [14].  

3.1 Cell damage model in a cylindrical needle biodispensing system. By 

applying the cell damage law to the shear force and force duration that cells 

experience in the dispensing needle, the cell damage in the cylindrical needle can be 

determined. The shear stress along the radial direction in the needle is 

                        r
L

Pr
c

c 2
)( Δ−
=τ ,                            (10) 
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and the time for cells to travel through the needle is: 

                             
)(

)(
rV

Lrt
c

c
c =  ,                            (11) 

where )(rVc  is given in Eq. (4). 

 Then, 

                         2

2
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D
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c D

drtrI
I

c

∫=
τ

 ,                     (12) 

where ),( ccs tI τ  is the cell damage law under shear force, and τc and tc are the 

shear force distribution and corresponding shearing time, respectively, in the 

cylindrical needle. Details regarding the development of the cell damage model 

in the cylindrical needle dispensing system can be found in [14].  

3.2 Cell damage in a tapered needle biodispensing system. Given the known 

relationship between cell damage and shear force, development of a cell damage 

model in a tapered needle dispensing system requires knowledge of the shear force 

distribution and shearing time. For convenience, a spherical polar coordinate is used 

in the tapered needle as shown in Fig. 2. For non-Newtonian fluid flow through a 

tapered needle, the velocity at the position (θ,r) is given by [17] 

                   2
0

22 )cos(cos),(
r

CQrV t
t

θθθ −
−=  ,               (13) 

where C is a constant and is defined as 2
00 )cos1)(cos21(23 θθπ −+=C . Qt is the 

flow rate in the tapered needle and can be obtained from Eq. (4). Then, on a 

streamline S, the arrival of cells from the entrance ( RRLt ≈+ θθ cos/)cos( 01 ) of the 

needle at position r takes a time of 

                            ∫ −
=

R

r
t

t dr
rV

rt
),(

1),(
θ

θ .                 (14) 

The shear rate of the flow in the tapered needle at position r along θ direction can be 
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expressed as 

                          θθθ sincos2),( 3r
CQrA t

t = .                 (15) 

Thus, the shear force that cells experience at position (θ,r) in the tapered needle is 

                              n
tt KAr =),(θτ .                       (16) 

 

 
On a given streamline S, the cell damage rate at position (θ,r) can be obtained by 

integrating the cell damage density function (Eq. (8)) from the shear force at the 

entrance (zero) to the shear force at this position, and from the time at the entrance 

(zero) to the time of arriving at this position: 

                       dtdtfrI
rt r

ttt
t t ττθ
θ θτ

∫ ∫=
),(

0

),(

0
),(),( ,            (17) 

Thus, the cell damage rate at the exit of the needle on this streamline can be expressed 

as 

                          drdrttfI tt

RR

R

RR

R ttt ′′= ∫ ∫
− −

ττθ
1 1

),()( .            (18) 

Suppose cells are evenly distributed in the cell suspension at a cell density d. The total 

cell number in a unit length at the outside of the exit of the needle is then dR ⋅2
10 )(θπ . 

The number of total dead cells in the same volume can be expressed 

Do
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r

Fig. 3. Schematic of flow analysis in a tapered needle. 
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as ∫ ⋅⋅0

0

2
1 )(2

θ
θθπθ dIdR t . The cell damage rate in the tapered needle dispensing 

system is then 

                             2
0

0

0 )(2

θ

θ
θ

∫=
t

t

I
I .                        (19) 

Because shear forces and shear times vary at different locations in both the 

cylindrical and tapered needles, cell damage models that include the effects of force 

and time are essential for predicting cell damage. 

4. Experiments and Results 

 4.1 Chemical formulation. Sodium alginate powder (Sigma, St. Louis, MO) was 

dissolved in deionized water overnight to form a 7% (w/v) solution.  

 4.2 Cell suspension preparation. Schwann cells (derived from Schwann cell line 

ATCC) were grown in Dulbecco’s Modified Eagle’s medium (DMEM) (Sigma, St. 

Louis, MO) supplemented with 5% fetal bovine serum (FBS) and 1% antibiotic. The 

cells were then incubated at 37°C in a humidified atmosphere of 95% air and 5% 

CO2. Immediately prior to use in our experiments, 5 mL of alginate solution was 

added respectively into 7.5, 6.7, 3.75, and 2 mL of cell culture medium to form 2, 3, 

4, and 5% alginate cell suspensions. They were gently mixed with a pipette to ensure 

a uniform cell distribution and the final cell density was about 1×106/mL.  All 

experiments were conducted at room temperature (~23°C). 

4.3 Cell viability assay. Niagara blue was used to stain cells and assess cell viability. 

The number of living/dead cells was counted manually under a light microscope 

(Leica, Microsystem, Bannockburn, IL) immediately following the dispensing 

process. 

4.4 Flow behaviour characterization of cell suspensions. Cell suspensions (0.5 mL) 

were carefully delivered to a cone-and-plate rheometer (HBDV-III, Brookfield, MA) 

and examined with a CP-52 spindle. The flow behaviour parameters K and n were 

then identified from the obtained flow curves (Table 1). 
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Table 1. Flow behaviour parameters of alginate solutions. 

 Alginate Solution Concentration 

 2% 3% 4% 5% 

K 2.37 3.01 6.85 10.82 

n 0.67 0.65 0.60 0.54 

 

4.5 Flow rate model verification and comparison of the effects of needle 

geometry on flow rate. To verify the flow rate models and compare the flow rates 

using the two types of needles, a biodispesing system adapted from a commercial 

fluid dispensing system (C0720M, Asymtek) was employed (Fig. 4). Cell suspensions 

were loaded into a syringe using a pipette, after which air pressure was applied to the 

syringe and the cell suspensions extruded through the needles. The dispensing system 

was controlled to deliver the cell suspension for 10 s. Data presented are the mean of 

flow rates from three runs, each determined by weighing the cell suspensions 

dispensed using an electronic balance with a resolution of 0.1 mg. 

 

 

 

 

 

 

 

 

 

 

 

 

 

A first set of experiments investigated the effect of needle diameter on flow rate, 

Compressed air tube 
 
 
Syringe 
 
 
 
Cell suspension 
 
 
 
 
Dispensing needle 

Fig. 4. Biodispensing system. 
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using cylindrical needles of 0.25, 0.33, and 0.42 mm diameter and 20 mm length. Exit 

diameters (Do) of tapered needles were the same as the cylindrical needles; other 

geometrical parameters of the tapered needles are provided in Table 2. The air 

pressure was fixed at 300 kPa. Cell suspensions (5%) used in this experiment and 

associated flow behaviours are provided in Table 1. Experimental and simulated 

results, which were obtained using Matlab based on Eqs. (3)-(5) and the flow 

behaviour parameters, are illustrated in Fig. 5(a).  

 

Table 2. Geometrical parameters of tapered needles (n=3) 

 

A second set of experiments compared the flow rate of each type of needle 

(Do=0.25 mm for both types) at different pressures. Air pressures of 100, 200, 300, 

400, and 500 kPa were applied to the dispensing system and the flow rate of each 

needle recorded (Fig. 5(b)); simulation results obtained using Eqs. (3)-(5) are shown 

for comparison.  

 

 

 

 

 

 

 

 

 

Needle parameters 
Needle gauge 

Di (mm) Do (mm) 0θ (grad) Lt (mm) 

25 3 0.25 0.0685 20 

23 3 0.33 0.0665 20 

22 3 0.41 0.0645 20 



49 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 5. Flow rate in two types of needles (a) with different diameter and (b) 

under different air pressure. Embedded figures are enlargements of 

cylindrical needle data, n=3. 

(a) 

(b) 
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Experimental results of flow rates with different needle diameters (Fig. 5(a)) and 

under different applied air pressures (Fig. 5(b)) agree well with the simulations, 

indicating the models can be used to reliably predict flow rate in biodispensing 

systems employing either cylindrical and tapered needles. Also clear from Fig. 5 is 

that the flow rate in tapered needle is much higher than in a cylindrical needle. For 

example, at an air pressure of 500 kPa, the flow rate in the tapered needle is almost 

200-fold higher (Fig. 5(b)). This suggests tapered needles would be preferred if high 

flow rates are required. This is important if the biomaterial is very viscous and 

difficult to dispense using a cylindrical needle. It also indicates the flow rates in a 

cylindrical needle can be produced with lower air pressures in a tapered needle. 

We also designed an experiment to investigate the air pressure required to obtain 

the same flow rates using the two types of needles. In this experiment, flow rates in a 

cylindrical needle with a diameter of 0.25 mm under pressures of 200, 300, 400, and 

500 kPa were recorded. The needle was replaced with a tapered one of the same 

diameter (De), and the air pressures adjusted to produce the same flow rates as the 

cylindrical needle (Fig. 6). Pressures required to produce these flow rates in 

cylindrical and tapered needles were also obtained from the inverse calculation of Eqs. 

(3)-(5) and are shown for comparison as the smooth curves in Fig. 6. 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 6. Air pressures required to obtain the same flow rates in 

cylindrical and tapered needles, n=3.
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Very low pressures, none exceeding 100 kPa, are required in the tapered needle 

dispensing system to achieve the same flow rates as the cylindrical needle dispensing 

system. This will be especially beneficial if the air pressure is limited in the 

application or if the biomaterials are very viscous. 

4.6 Cell damage model verification and comparison of the effects of needle 

geometry on cell damage. The cell damage model was verified using the 

biodispensing system described above. In each experiment, 5 mL of cell suspension 

was loaded into the syringe using a pipette, after which air pressure was applied and 

the cell suspension extruded from the system using both cylindrical and tapered 

needles. Control cell suspensions were kept in tubes. The difference in percent cell 

damage between the test samples and controls was attributed to the biodispensing 

process. Each condition was repeated five times. The parameters in the cell damage 

law in the Eqs. (8) and (9) were determined using the method in [14] and the values 

for Schwann cells in this study are μτ=634.8 Pa, στ=250.6 Pa, μt=10.08 s, σt=3.09 s, 

and ρ=0.29 . 

One set of experiments investigated the influence of needle diameter on cell 

damage in the biodispensing process. Cell suspensions (5% alginate) were dispensed 

using cylindrical needles with diameters of 0.25, 0.33, and 0.41 mm under a constant 

air pressure of 500 kPa. Cell suspensions were then dispensed using tapered needles at 

air pressures set at values to obtain the same flow rates respectively for each needle 

diameter following the method described in section 4.5. Flow rates were 0.008, 0.02, 

and 0.06 mL·s-1 at diameters of 0.25, 0.33 and 0.41 mm, respectively. Cell damage 

simulations for the cylindrical and tapered needles were performed using Eqs. 

(10)-(12) and Eqs. (13)-(19), respectively. Experimental and simulation results are 

provided in Fig. 7. 
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As the needle diameter increases, cell damage resulting from both the 

cylindrical and tapered needles decrease. However, cell damage using the tapered 

needle is much lower than for the cylindrical needle, especially at small diameters. 

This suggests increasing the needle diameter or choosing a tapered needle will 

decrease cell damage in the biodispensing process. Therefore, in some precision 

applications, for example in microfluidic devices where the diameter of the channel is 

smaller than 100 μm, a tapered needle can be selected to take advantage of its ability 

to retain both precision and cell viability. 

A second set of experiments investigated the effect of flow rate on cell damage 

in the two types of needles. Diameters (Do) of 0.25 mm were selected for both types 

of needle. Air pressures of 200, 300, 400, and 500 kPa were applied in the cylindrical 

Fig. 7. Cell damage for different needle diameters at equivalent flow rates. 

Circles and asterisks represent the means of experimental data, n=5. Lines are 

simulation results. 
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needle dispensing process, and adjusted in the tapered needle dispensing process to 

achieve equivalent flow rates. Cell damage increases with increasing flow rate (Fig. 8); 

however, the cell damage using the tapered needle is much lower than that using 

cylindrical needle. At a flow rate of 0.015 mL/s, the cell damage difference is almost 

15%. Simulation results based on Eqs. (10)-(12) and Eqs. (13)-(19) for cylindrical and 

tapered needles, respectively, are provided in the figure for comparison. 

 

 

 

 

 

 

 

 

 

 

A final set of experiments investigated the effect of biomaterial concentration on 

cell damage in the two types of needles. Cell suspensions with alginate concentrations 

of 2, 3, 4, and 5% were examined, using needle diameters of 0.25 mm and an air 

pressure of 500 kPa. Experimental results along with simulations based on flow 

behaviour parameters listed in Table 1 and Eqs.(10)-(12) and (13)-(19) are shown in 

Fig. 9. Cell damage increases with increasing alginate concentration, especially using 

the cylindrical needle, indicating the advantages of using a tapered needle in the 

Fig. 8. Cell damage at different flow rates. Circles and asterisks are 

the mean of experimental data, n=5.  Lines are simulation results. 
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biodispensing processes. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

5. Conclusions 

Two types of needles are available for biodispensing processes, with the selection 

having an impact on process performance. In this work, the effects of cylindrical and 

tapered needles on flow rate and cell damage in biodispensing applications were 

investigated and compared.  

Flow rate models for both types of needles were presented and experiments were 

performed to verify the models. At a given air pressure, flow rates in tapered needles 

are much higher than in cylindrical needles. Thus, a much lower air pressure is 

required for a tapered needle system to obtain the same flow rate as a cylindrical 

needle system. The noted performance differences between the two types of needles 

will greatly facilitate needle selection in biodispensing applications to obtain desired 

flow rates, especially if the biomaterial has a high viscosity. The model presented will 

Fig. 9. Cell damage versus alginate concentration at 

equivalent flow rates. Circles and asterisks are the mean of 

experimental data, n=5.  Lines are simulation results. 
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also be helpful for flow rate control due to the good agreement between the model 

prediction and experimental results. 

For a given flow rate, cell damage using a tapered needle is lower than using a 

cylindrical needle. Thus, cell damage in the biodispensing process can be minimized 

by choosing a tapered needle. Cell damage models were also developed based on a 

cell damage law, and were used to predict cell damage in different biodispensing 

process with close agreement with experimental results. These models will not only 

aid in the selection of needle types in the biodispensing process to decrease cell 

damage, but can also be used to optimize the biodispensing process to control cell 

distribution in the final bioproducts. 
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CHAPTER 6 

MODELING OF CELL DAMAGE IN THE BIO-DISPENSING 

PROCESSES INVOLVING HIGH SHEAR STRESS 

Submitted as:  

 Li, M.G., Tian, X.Y., Schreyer, D.J., and Chen, X.B. Modeling of cell 
damage in the bio-dispensing processes involving high shear stress. 
Submitted to Biofabrication, May, 2010. 

6.1 Introduction and Objectives 

   The previous chapter investigated the cell damage percent in tapered needle under 

low flow rate conditions (<0.02 mL/s). However, in the dispensing-based scaffold 

fabrication techniques, if tapered needle is used, the flow rate may reach 10 mL/s. 

Also, in other biofabrication process such as cell jetting and printing, the transient 

flow rate is also very high. Under high flow rate, cells are driven out of the needle at 

very high speed, which generates high shear stress on cells and may cause cell 

damage in a very short time period. 

The time periods for cell damage under low shear stresses are greatly different 

from those under high shear stress. Thus, the cell damage law established in the 

previous chapters may not work well as applied to high speed bio-dispensing 

processes. The objective of this research is to study the cell damage under high shear 

stress and develop cell damage model for bio-dispensing processes involving high 

shear stress. 
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6.2 Method 

A cell damage model in the bio-dispensing process with high shear stresses is first 

developed and the parameters in this cell damage model are identified from the 

bio-dispensing experiments. Then this cell damage model with the identified 

parameters is validated through bio-dispensing experiments with different process 

parameters. 

6.3 Results 

The parameters in the cell damage model are identified and the results show that 

the time period for cell damage under high stress is much shorter than that under low 

stress. This cell damage law is also applied to high speed bio-dispensing processes 

and both the simulation and experimental results show that cell damage percents in 

these processes are very high. 

6.4 Contributions 

The main contribution of this paper is the development of cell damage model 

under high shear stresses. This will facilitate the prediction of cell damage in 

bio-manufacturing processes involving high shear stresses, including cell ink-printing 

and cell jetting processes and optimization of these processes to retain cell viability. 
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Modeling of Cell Damage in the Biodispensing Process 

Involving High Shear Stresses 
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Abstract: In cell printing and jetting, due to the high speed of the flows in the needle, 

cells normally experience high shear stresses (~60,000 Pa), which may cause cell 

damage in a very short time. The cell damage prediction model developed under low 

shear stresses (~1200 Pa) in the previous research does not work well as applied to 

these bio-process involving high stresses. In this work, we propose a normal 

distribution cell damage law to relate cell damage to high shear stress, in which the 

mean and standard deviation of time for cell damage are considered to be functions of 

shear stress. The parameters in this cell damage law were identified directly from the 

high speed biodispensing experiments, thus avoiding the time-consuming parameter 

identification experiments needed in the previous research. For validation, this cell 

damage law with the identified parameters was applied to biodispensing experiments 

under different process conditions. The agreement between the experimental and 

simulation results shows the effectiveness of the method proposed. 

Keywords: Biomanufacturing, cell damage, shear stress, modeling 

 

1. Introduction 

To enhance the efficiency and improve the performance of the cell-involved 

biomanufacuring process, high speed fluid delivery methods were employed in 

different bioproduct fabrication techniques, such as cell jetting [1-3] and cell printing 

[4-8]. In these processes, cell-encapsulated biomaterials are driven out of a fine needle 
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by either high air pressures or mechanical impact at high speeds. For example, in 

direct cell writing process, the velocity of the ejected cell-encapsulated biomaterials 

can be up to 50 m/s – 1000 m/s [9]. In these high speed flows, cells encapsulated in 

the biomaterials are subjected to high shear stresses and are more vulnerable to be 

damaged than those in the process with low stresses. In our biodispensing systems 

[10], when using tapered needle (Fig. 1), the flow velocity at the needle exit and the 

shear stress in the flow are up to 10 m/s and 50, 000 Pa, respectively. The cell damage 

rate under these conditions is up to 90% in our experiments, which is much higher 

than those under low speed conditions (~40%) [10]. 

 

Fig. 1. Biodispensing process using a tapered needle. 
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To model the cell damage rate in these processes, three steps are normally needed. 

First is to establish a cell damage law to relate cell damage rate to stress and stress 

exposure time; the second is to analyze the process-induced stresses cells experience 

and the cell traveling times during the processes; and finally apply the established cell 

damage law to the stress analysis to represent the cell damage rate.  

Power law function and its modifications are commonly used as cell damage laws 

[11-14] , but they are not applicable to large range of stress since they may exceed 

100% as the stress become high. For improvement, a normal distribution function was 

proposed as the cell damage law and was successfully applied in low speed 

biodispensing process for cell damage prediction [10]. However, the parameters in 

this cell damage law were identified under low stress conditions (~1200 Pa) and are 

fixed for a range of stresses. Thus it may not represent cell damage under high 

stresses (50, 000 Pa) since cell damage occurs under high stresses much more quickly 
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than that under low stresses [15]. To better understand the mechanism of mechanical 

cell damage, a strain energy density (SED) criterion was employed to measure the cell 

damage [16]. This method theoretically improved the current cell damage laws and 

may also be applicable to cell damage modeling under high stresses. However, the 

time effect, which is critical to cell damage, was not considered in this method. In the 

research, the time for loading and unloading is at least in the order of a few seconds, 

which is much longer than the time for cell damage under high stresses (in the order 

of 10-3 to 10-6 second [15]). Accordingly, this method may not predict the cell damage 

occurs in a few milliseconds under high stresses in the printing or jetting processes. 

To address this issue, a new cell damage law that can represent cell damage rate in 

high speeds and high stresses situations is desired. In this work, a normal distribution 

function with stress-varying mean and standard deviation is proposed to model cell 

damage at a large range of stresses. With the stress-varying parameters, this cell 

damage law can reflect cell vulnerability to each stress and thus it can precisely 

represent cell damage in high or complex stress conditions. 

Representing the stresses and cell traveling time during the processes is another 

key step. The stresses acts on cells in the high speed flow in the nozzle are usually 

distributed in a complex manner and are functions of both the operational and nozzle 

geometrical parameters. Hence, merely using of the maximum shear stress at the 

nozzle wall to model the cell damage, as reported in [14, 17], are inappropriate. In 

addition, given that the flow velocity of the cell suspension in the nozzle is not 

uniform, the exposure times of the cells to the stresses also varies in the process. 

These suggest that quantitative representation of the stresses act on cells and the cell 

traveling times during the process is necessary and critical for the development of the 

process-induced cell damage models. 

In addition, to develop the aforementioned cell damage law, the parameters in it 

need to be identified through experiments. In the previous research [10], to identify 

those parameters, massive measurements by means of specific instruments (e.g., 

rheometer) are needed, which is costly and time-consuming. Besides, due to the fact 

that a rheometer can only generate limited shear stresses, it cannot be used to 
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characterize cell damage under high shear stresses and identify the parameters in the 

cell damage law. Therefore, the capacity of being able to characterize cell damage 

under high shear stress and identify the parameters in the cell damage law directly 

from biodispensing processes is an advantage. In this work, such a method is 

presented and its effectiveness is illustrated by experiments. 

2. Establishing cell damage law  

For cell damage prediction in low speed flow, a bivariate normal distribution 

function was used and it takes the form of [17]: 

∫ ∫=
t sshpr dsdttsftsCD ),(),(,   (1) 

where ( , )f s t  is the probability density function and given by  

 22

1( , ) exp
2(1 )2 1s t

zf s t
ρπσ σ ρ

⎡ ⎤
= −⎢ ⎥−− ⎣ ⎦
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; sμ  and tμ are the mean 

values of shear stress s and exposure time t , respectively; sσ  and tσ are the 

standard deviations of the s and , respectively; and t ρ is the correlation coefficient 

between s and t . These parameters can be identified by experiments and the 

advantages of this function as a cell damage law over others such as power law 

function are stated in [10]. This cell damage law has been successfully applied for cell 

damage rate prediction in the biodispensign processes with low speed flow rates. 

However, it is not appropriate to use a single mean value and a single standard 

deviation to represent cell damage for large range stresses since the mean values of 

exposure time may vary significantly. For example, the mean value in the cell damage 

law under the stress of 0 ~ 1200 Pa is about 10 s and the deviation is 2.5 s [17]. 

However, cells can be damaged in 0.01 s under the stress of 2000 Pa and lower than 

0.00001 s if the stress is up to 30,000 Pa [15]. This suggests that the cell damage law 

in the process with high speeds cannot be obtained through simple adaptation of the 
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bivariate normal distribution function. This issue is addresses by developing a new 

cell damage law as follows.   

The development of the cell damage law for the process involving high stresses is 

based on the following considerations: 

1. The probability of cell damage at a given stress conform to the following 

normal distribution:                      

                         (3) ),(~)( 2
ttlaw NtI σμ

where t is the time period that cells experience the stress, tμ  and tσ  are 

the mean and standard deviation of the cell damage time to be identified 

by experiments, respectively.   

2.  The mean tμ  and standard deviation tσ  are function of stress. In the 

literature [15], the time course for the red blood cell damage was reported to 

decrease with stress and their relationship in logarithm is approximated by 

using a reciprocal function, as shown in Fig. 2. 

Fig. 2 Relation between time and stress for red blood  

cell damage(adapted from [15]) 

 

 

 

 

 

 

 

 

 

 

 

     In this work, it is proposed that the stress and the corresponding mean of 

time be expressed by  
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where a, b, and c are constants. It is known that cells have the ability to be 

adaptive to low stress by reorganizing their cytoskeleton. Thus, for a certain 

low stress, no matter how long the stress applied on cells, cells may not be 

damaged, indicating that the mean value of exposure time ( tμ ) is infinite 

under this stress. Constant c is especially used to represent this mechanical 

property of cells. For instance, if the stress applied on cells 

satisfies log( ) cτ = , then the time for cell damage is infinite according to Eq. 

(4) and the corresponding stress (  Pa) is called non-damage stress.  c10

3. The standard deviation is considered to be proportional to the mean value. In 

our previous study, for a certain range of stress, the mean of time is about 

five folders of standard deviation [17]. In this work, we extend this finding  

to high stress situations by assuming that at certain stress the mean value is 

proportional to standard deviation by a constant:, i.e.,   

                      
d

t
t

μ
σ =                               (5) 

3. Modeling cell damage in high speed biodispensing processes 

The cell damage rate in the high speed biodispensing process can be obtained by 

applying the cell damage law described above into the process, which is presented in 

this section. A spherical polar coordinate is used in the tapered needle, as shown in 

Fig. 3. P is pressure applied to the fluid biomaterials, Pe the pressure in the cell 

suspension at the exit of the needle, Di and Do are the diameters at the entrance and 

the exit of the tapered needle, respectively, θ0 is the half cone angle, and L the length 

of the tapered needle. For a given length L and diameters Di and Do, the half cone 

angle can be expressed as 
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The shear rate of the flow in the tapered needle at position r along θ direction can 

be expressed as [18] 

                      θθθ sincos
2

),( 3r
CQ

rA = .                       (7) 

 

where C is a constant and is defined as 2
00 )cos1)(cos21(23 θθπ −+=C . Q is the 

volume flow rate in the tapered needle. 
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Fig. 3. Schematic of flow analysis in a tapered needle. 
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Thus, in the non-Newtonian cell suspension with consistency index K and 

behavior index n, the shear stress that cells experience at position (θ,r) in the tapered 

needle is 

                              .                       (8) nKAr =),(θτ

For non-Newtonian fluid flow through a tapered needle, the velocity at the 

position (θ,r) is given by [18]  
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Then, on a streamline S, the time period that cells take to travel from the entrance 

( RRL ≈+ θθ cos/)cos( 01 ) of the needle to the position r can be given by  

                            ∫ −
=

R

r
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θ .                  (10) 

Along the streamline S, the cell damage rate at position (θ,r) can be obtained by 

integrating the cell damage density function (Eq. (3)) from the time at the entrance 

(zero) to the time of arriving at this position: 

              ,               (11) dtrtIrI
rt
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),(
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)],([),(

θ
θθ

For the normal distribution density function of )],([ rtIlaw θ  at position (θ,r), the 

mean tμ can be written as follow from Eq. (4): 

                           
b

cr
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and the standard deviation tσ is given in Eq. (5). 

Thus, the cell damage rate at the exit of the needle on this streamline can be expressed 

as 

                          .               (12) drtrtII
RR

R laws ′= ∫
−

]),([)(
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1
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Suppose cells are evenly distributed in the cell suspension at a cell density den. The 

total cell number in a unit length at the outside of the exit of the needle is 

then . The number of total dead cells in the same unit can be expressed 

as . The cell damage rate in the tapered needle dispensing 

system is then 

denR ⋅2
10 )(θπ

∫ ⋅⋅0

0

2
1 )(2

θ
θθπθ dIdenR s

                             2
0

0

0 )(2

θ

θ
θ

∫=
sI

I .                        (13) 

This cell damage model takes the stress and time variation in the needle into 

account and can well represent the cell damage rate at any position in needle. It will 

well address the cell damage prediction in the high speed biodispensing processes. 
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4. Experiments and Results 

 4.1 Chemical formulation. Sodium alginate powder (Sigma, St. Louis, MO) was 

dissolved in deionized water overnight to form a 7% (w/v) solution.  

 4.2 Cell suspension preparation. Schwann cells (derived from Schwann cell line 

ATCC) were grown in Dulbecco’s Modified Eagle’s medium (DMEM) (Sigma, St. 

Louis, MO) supplemented with 5% fetal bovine serum (FBS) and 1% antibiotic. The 

cells were then incubated at 37°C in a humidified atmosphere of 95% air and 5% 

CO2. Immediately prior to use in our experiments, 10 mL of alginate solution was 

added respectively into 5 mL of cell culture medium to form 4.5% alginate cell 

suspensions. The final cell density was about 1×106 /mL. They were gently mixed 

with a pipette to ensure a uniform cell distribution. All experiments were conducted at 

room temperature (~23°C). 

4.3 Cell viability assay. Niagara blue was used to stain cells and assess cell 

viability. The number of living/dead cells was counted manually under a light 

microscope (Leica, Microsystem, Bannockburn, IL) immediately following the 

dispensing process. 

4.4 Flow behaviour characterization of cell suspensions. The flow behavior of 

cell suspension is expressed as a power law function 

                                             (14) nKγτ &=

where τ is shear stress and γ& is shear rate. K is the consistency index with the unit 

of Pa·sm, n is the flow behavior index (dimensionless). 

To obtain the parameter K and n, cell suspensions (0.5 mL) were carefully 

delivered to a cone-and-plate rheometer (HBDV-III, Brookfield, MA) and examined 

with a CP-52 spindle. The flow behavior parameters K and n were then identified 

from the obtained flow curves. The results are that K = 13.5 and n = 0.6. 

4.5 Parameter identification for cell damage law. The parameters in the cell 
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damage law were identified through experiments by using the cone-and-plate 

rheometer and the biodispensing system, as reported in [17].  

The first experiment is to identify the parameter c in the cell damage law using 

the cone-and-plate rheometer. The stress that cells can survive for an hour with no 

damage is considered as the non-damage stress. In these experiments, 0.5 mL of cell 

suspension was gently delivered to the cone-and-plate chamber and different shear 

stress of 50, 60, 70, 80, 90 and 100 Pa were applied on cells for an hour. Each 

experiment was repeated four times. The results show that cell damage under shear 

stress of 70 Pa or lower for an hour has no effect on cell viability (p = 0.43). Thus, 70 

Pa was took as the non-damage stress, and c = log(70) or c = 1.8. 

The second experiment is to identify the parameters of a, b, and d by using the 

biodispensing system with tapered needle. In each experiment, 15 mL of cell 

suspension was loaded into the syringe using a pipette, after which an air pressure of 

200, 300, 400, 500, 600 KPa, respectively, was applied. A tapered needle with a 

diameter of 0.25 mm was used in each experiment. Control cell suspensions were kept 

in tubes. The differences in cell damage rate between the test samples and controls 

were attributed to the biodispensing process. Each condition was repeated four times. 

The flow rate and cell damage at each of these air pressures were recorded and shown 

in Table 1.  

      Table 1 Flow rate and cell damage under different air pressures (n=4) 

Pressure (100kPa) 2 3 4 5 6 

Flow rate (mL/s) 0.8 1.7 2.8 4.3 5.9 

Cell damage (%) 30.0 52.2 67.1 85.6 89.4 

Then the flow rate and cell damage were used to identify the cell damage law 

parameters using Eqs. (3)-(5) and Eqs. (7)-(13). In particular, the function of 

non-linear least square regression in MATLAB was used to estimate the parameters a, b 

and d. The function estimates the parameters by starting at an initial guess and then 

altering the guess until the algorithm converges, as used in other parameter estimation 
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applications [10]. By doing so, the parameters were found to be a = 3.19, b = 7.21 and 

d = 4.50. The experimental cell damage rates and the corresponding data fitting 

results are shown in Fig.4. Substituting these parameters into Eq. (4) obtains the 

relation between the stresses and mean of damage time, and into (3) yields the cell 

damage law at different stresses, as shown in Fig. 5. 

               Fig.5 Identified cell damage law  
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It can be seen that the time course for cell damage decrease with stress. Also, at 

each stress the cell damage conforms to distribution functions with different means 

and standard deviations. This is a great advantage for cell damage prediction since the 

shear stress in the tapered needle are functions of both cone angle (θ) and radial 

direction (r) and it varies everywhere, depending on the physical location in the 

needle. For example, with needle diameter of 0.25 mm and flow rate of 5 mL/s, the 

shear stress distribution at the needle wall (θ= θ0) ranges from 0 to 60,000 Pa (Fig.6) 

according to the simulation based on Eqs. (7) and (8). The shear stresses also vary 

along the cone angle direction. Thus it is essential to apply this cell damage law with 

the corresponding parameters to the biodispensing processes at different positions to 

obtain accurate cell damage rate.  
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           Fig. 6 Shear stress distribution at the needle wall. 

 

 

 

 

 

 

 

 

4.6 Verification of the cell damage model. The cell damage model was verified 

using the same biodispensing system but with different needle diameter and different 

flow rates from the parameter identification experiments. In the verification 

experiments, diameter of 0.35 mm tapered needle (L = 25 mm, Di = 3.0 mm) was 

used and flow rates of 1.2, 2.5, and 4.1 mL were produced by applying air pressure of 

200, 300 and 400 KPa, respectively. The cell damage rates in these experiments under 

these flow rates were obtained and shown in Fig. 7 as asterisks. Based on the 

developed cell damage model of Eqs. (7)-(13), simulation was also performed by 

applying the cell damage law of Eqs. (3)-(5) with identified parameter and the results 

are shown as solid curve in Fig. 7 for comparison. The close agreement between the 

experimental and simulation results demonstrates the effectiveness of the cell damage 

law for high stress and the cell damage model for high speed biodispensing processes. 

71 
 



 

 

 

 

 

 

 

 

 

 

 

 

 
Fig. 7 Cell damage in 0.35mm diameter tapered needle (n=5) 

 

5. Conclusions 

As cells are subjected to very high shear stresses in the high speed 

biomanufacturing process, it is crucial to develop cell damage law under these 

stresses conditions to predict cell damage rate in these processes. In this work, a 

normal distribution function with stress-varying mean and standard deviation was 

proposed as the cell damage law. Since the parameters in this cell damage law can 

reflect cell vulnerability to different shear stresses and different time periods, it can 

precisely represent cell damage rate in stresses and time varying situations. In 

addition, this method allows for establishing the cell damage law under high shear 

stress, which is impossible if using a rheometer due to the fact that a limited shear 

stress can be generated by the rheometer. Based on this cell damage law, a cell 

damage model for high speed biodispensing processes was also developed. 

The parameters in the cell damage law were identified directly from experiments 

and then they were applied to the high speed biodispensing process to predict the cell 

damage rates in these processes. Experiments were carried out to verify these models. 

The simulation results agree with the experimental ones, indicating the validation of 
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the developed models. The developed cell damage law can also be applied to other 

time varying high stress conditions to estimate cell damage in those processes, such as 

cell ink-printing, cell jetting and other stress varying biomanufacturing techniques. 
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CHAPTER 7 

CONCLUSIONS AND FUTURE WORK 

7.1 Conclusions 

Dispensing-based RP is a promising technique for tissue scaffold fabrication. The aim of this 

research work is to investigate and represent the process performance of this technique, with the 

objective of achieving a quantitative control over the features of scaffolds fabricated. The main 

conclusions of this research are summarized as follows. 

1. The flow rate of paste-like biomaterials in the dispensing-based RP process can be affected 

by the slip occurring between the biomaterial and the needle wall, and this influence can be 

accurately modeled. Based on the mechanical properties of the biomaterials, the pore size 

and porosity of scaffolds can be predicted by means of the developed models.  

2. Experimental results shows that the influence of hydrostatic pressure on cell (both Schwann 

cell and 3T3 fibroblasts) damage was determined to be small, whereas the influence of shear 

stress and time period acting on cells was found to be significant. This suggests that cell 

damage in the bio-dispensing process was largely attributed to shear stresses and exposure 

times in the dispensing needle, while having little connection to the hydrostatic pressure 

present in the reservoir. 

3. To establish the cell damage law that describes the relationship between the cell damage and 

the force applied on the cell, the use of a bivariate normal distribution function is more 

appropriate than the use of the power law equation reported in the literature, as the limit 

exhibited by the power law equation is overcome when either the shear stress or the exposure 

time becomes very large. 
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4. The cell damage percents of both Schwann cells and 3T3 fibroblasts vary with the process 

parameters employed in the bio-dispensing processes. Particularly, the cell damage percents 

increases with the air pressure applied and decreases with the needle diameter. Needle length 

also affects cell damage, but in a complicated manner. In the examined case, it is shown that 

the cell damage percent generally increases with the needle length. It is also revealed that cell 

damage is not evenly distributed in the dispensed strand but concentrates around the strand 

surface due to the high shear stress and long exposure time at the needle wall. Significantly, 

the aforementioned relationship can be well represented by means of developed models. 

5. The needle geometry has a significant effect on the flow rate and cell damage in the 

dispensing-based bio-manufacturing process and tapered needles are better than cylindrical 

ones in these two aspects. Specifically, the flow rate in a tapered needle is much higher than 

that in a cylindrical needle given the same process conditions. Thus, to produce the same 

flow rate, the air pressure needed for a tapered needle is much lower than that for a 

cylindrical needle. In cell involved bio-manufacturing process, for the given flow rate, the 

cell damage percents in a tapered needle is much lower than in a cylindrical needle. The 

above findings suggest that tapered needles should preferably be selected for use in the 

bio-dispensing process in order to preserve the cell viability. By means of the models 

developed, both the flow rate and cell damage in these two types of needles can be 

predicted.  

6. The method developed to establish the cell damage law in high shear stress (~ 60 KPa) 

directly from the bio-manufacturing process, instead of the use of such instruments as 

rhometers, has proven to be effective. This method overcomes the limited shear stress (~ 1 

KPa) that a rhoemeter can usually generate and has been successfully applied to investigate 

the cell damage in the bio-manufacturing processes involving high shear stresses. It is also 

found that high shear stress can damage cells in a very short time period compared to that 

under low stress, and that the logarithm of the mean of time and the logarithm of the stress 

can be represented by using a reciprocal function. 
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7.2 Future Work 

Based upon the work presented in this dissertation, a number of projects can be taken up to 

extend the current research.   

1. Development of a model for the mechanical propertes of the scaffolds fabricated. The 

scaffold mechanical properties depend on the mechanical properties of the scaffold material 

and the scaffold microstructure. Developing models to represent this dependency will be an 

interesting research project and the results from this project would allow one to design the 

scaffold microstructure for desired scaffold mechanical properties.   

2. Development of cell damage models for other dispensing methods, including rotary screw 

and positive displacement. The dispensing method used in the current research is 

time-pressure and the stresses cells experience in the other two methods are different from 

this one, which may cause different cell damage. The proposed project can develop cell 

damage models for these dispensing methods by analyzing the stresses in these processes 

and applying the developed cell damage law to these processes.  

3. Optimization of bio-dispensing processes to retain maximum cell viability. Cell damage 

percents in different bio-dispensing processes are functions of geometrical parameters of the 

needle and the operational parameter, air pressure, which have a complex nonlinear effect on 

cell damage. Optimization of the cell damage model can be performed to find the 

appropriate parameters in these processes to minimize cell damage percents. 

It is worth explicitly stating the limitations of the methods used in the current study so that 

future work based upon this research moves forward successfully. First, the scaffold pore size 

and porosity models were developed for paste-like materials, which are mixtures of fine particles 

and high molecular weight polymers. They have very high yield stresses and the strands formed 

can support the weights of themselves. Thus the models may be not applicable to the materials 

with low yield stress, such as pure polymer solutions, since they cannot hold a 3D structure as 
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fabricated into scaffolds. Second, different cell types have different mechanical properties. Cell 

damage laws established are cell-dependant and the cell damage law established for one cell type 

may not be valid on another. For a specific cell type, similar cell damage experiments as those 

conducted in the current study should be performed, and, depending on the experimental results, 

different functions may be selected to establish the cell damage law. Third, in the high speed 

bio-dispensing process, the dispensed cell suspensions were collected using a water-filled glass 

cup and thus mechanical impact occurred when the cell suspension landed in the water, which 

may also cause cell membrane failure. In this research, the effect of cell impact with water was 

not considered. 

  

 



APPENDIX A 

MATLAB CODES FOR MODEL SIMULATION 
 
1. The following codes employ the method described in chapter 3 
clear all; clc; 
R = 305*1.0e‐6;%needle radius 
L = 12*1.0e‐3;% needle length 
P = [1:0.1:4.5]*1.0e5 
Tw = R*P/(2*L)%wall stress 
nb = 0.628;%power law index of bonder 
mb = 63;%consistency index of bonder 
delta = 30*0.06/1.0e6;%wall slip thickness 
A = (1‐delta/R)^((1/nb) +1); 
B = (1/nb +1)* mb^(1/nb); 
beta = (R/B)*(1‐A); 
Us = beta*(Tw.^(1/nb)); 
Qs = pi*R*R*Us;%slip flow 
 
%flow rate calculation of 45% HA mixture   
m = 130.5;%power alw index of mixture 
n = 0.705;%consistency index of mixture 
T0 =720;%yield stress 
%shear flow rate 
s = 1/n; 
C = (Tw‐T0)/Tw; 
Q1 = pi.*R.^3.*(Tw./m).^s.*(C.^(s+3)./(s+3) + 2.*(T0./Tw).*(C.^(s+2)./(s+2)) + 
(T0./Tw).^2.*(C.^(s+1)./(s+1))); 
Q = Qs+Q1;%total flow rate from simulation 
%the flow rate in experiments were calcuatled from moving speed of 
%dispensing head 
experiment_speed = [3.3 5.5 8.6 11.5];%moving speed of dispensing head 
error_speed = [0.10 0.08 0.045 0.10]%error 
experiment_P = [1.5 2.5 3.5 4.5 ]*1.0e5;%air pressure 
plot(P, Q*10e9); hold on;%plot similated flow rate without wall slip 
plot(P, Q1*10e9,'‐.');%plot similated flow rate with wall slip 
errorbar(experiment_P,  experiment_speed*pi*R*R*10e6,  error_speed  ,'d');%plot 
experimental flow rate 
xlabel('Pressure(pa)'); 
ylabel('flow rate(mg/s)'); 
legend('Model with slip','Model without slip','Experimental data'); 
grid on; 
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%flow rate calculation of mixture with different HA volume fraction 
P = 3.5*1.0e5;%air pressure 
Tw = R*P/(2*L)%wall stress 
nb = 0.628;%power law index of bonder 
mb = 63;%consistency index of bonder 
delta = 30*0.06/1.0e6;%wall slip thickness 
A = (1‐delta/R)^((1/nb) +1); 
B = (1/nb +1)* mb^(1/nb); 
beta = (R/B)*(1‐A); 
Us = beta*(Tw.^(1/nb)); 
Qs2 = pi*R*R*Us;%slip flow 
 
VF = [0.40 .45 .50 .55 .60];%volume fraction of HA 
m = [102, 130.5, 152.3, 180, 210];%power law index of mixture 
n = [0.70, 0.71, 0.73, 0.74, 0.76];%consistency index of mixture 
s = 1./n; 
T0 =[690, 720, 760, 780, 810];%yield stress of mixture 
C = (Tw‐T0)/Tw; 
Q2 = pi.*R.^3.*(Tw./m).^s.*(C.^(s+3)./(s+3) + 2.*(T0./Tw).*(C.^(s+2)./(s+2)) + 
(T0./Tw).^2.*(C.^(s+1)./(s+1))); 
Q = Qs2+Q2;%total flow rate from simulation 
 
figure(2); 
VF1 = 0.4:0.01:0.6; 
speed2 = [13.1 8.6 6.2 4.8 3.4];%moving speed of dispensing head 
error_VF = [0.11 0.08 0.105 0.10, 0.06]%speed error 
plot(VF1, 620.67*VF1.^4‐1530.9*VF1.^3+1413*VF1.^2‐584.41*VF1+93.449);hold on; %from 
curve fitting of Q2 
plot(VF1, 1624*VF1.^4‐3473.2*VF1.^3+2811.7*VF1.^2‐1029.2*VF1+145.62,'‐.');%from curve 
fitting of Qs2 
errorbar( VF, speed2*pi*R*R*1e6, error_VF,'d');hold on; 
grid on; 
xlabel('HA volume fraction'); 
ylabel('flow rate (mg/s)'); 
legend('Model with slip', 'Model without slip','Measured data'); 
 
clear all; clc; 
t_s = [13.5 15.3 18.5 20]%elasticity limit stress 
hz1 = [213 310 401 426]./610;%regulated hight 
error=[65, 50, 44, 40]./610%regulated error 
porosity1 = [0.28 0.39 0.50 0.54].*100;%experimental results 
error_porosity=[0.08, 0.07, 0.07, 0.05]*100/2;%error 
t = 11:1:25;%elasticity limit stress for simulation 
d = 0.6e‐3;%diameter of needle 
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r = d/2; 
den = 1460;%density of material 
L = 1.5e‐3%span of strands 
g = 9.8%gravity 
angle = 90;%crossing angle 
theta = angle*pi/180 
 
%pore size calculation 
Acs = pi*r*r%cross section area of strand 
G = 0.25*den*g*pi*d*d*L 
A = G./(t*2); 
t_c1 = 0.5*den*g*L*sin(theta);%critical stress 
t_c2 = 0.5*den*g*L;                  %critical stress 
t_c = max(t_c1, t_c2);          % choose the greater one 
AD = sqrt(2.*A./(pi.*sin(theta))); 
EF = AD*1.414; 
hf = r‐0.5*sqrt(d*d‐EF.*EF.*sin(theta).*sin(theta)); 
hz = d‐2.*hf; 
errorbar(t_s, hz1, error, '*');hold on; 
legend('Model prediction','Experiment data'); 
plot(t,hz./d);% vertical pore size 
xlabel('Elasticity limit stress(Pa)'); 
ylabel('dimensionless vertical pore size'); 
grid on; 
 
%porosity calculation 
t = 13:1:25;%%elasticity limit stress for simulation 
A = G./(t*2); 
t_c1 = 0.5*den*g*L*sin(theta);%critical stress 
t_c2 = 0.5*den*g*L; %critical stress 
t_c = max(t_c1, t_c2); % choose the greater one 
AD = sqrt(2.*A./(pi.*sin(theta))); 
EF = AD*1.414; 
hf = r‐0.5*sqrt(d*d‐EF.*EF.*sin(theta).*sin(theta)); 
hz = d‐2.*hf; 
porosity = 1‐200*Acs./(L*(199*hz+d)); 
figure(2); 
errorbar(t_s, porosity1,error_porosity,'*');hold on; 
legend('Model prediction', 'Experiment data'); 
plot(t, porosity.*100); 
xlabel('elasticity limit stress (Pa)'); 
ylabel('Porosity, %'); 
grid on; 
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2. The following codes employ the method described in chapter 4 
 
clc; clear; 
%%%%% data of cell damage under pure shear 
shear_stress = [80, 200, 400, 600, 800,1000, 1200] 
time = [0, 10, 60, 120, 300] 
Cell_damage = [0,0,0,0,0,0,0; 
        0,0,0,0.03,0.225,0.412,0.729; 
        0,0,0,0.125,0.60,0.802,0.92; 
        0,0,0.0796,0.607,0.796,0.89,1; 
        0,0.202,0.418,0.723,0.953,1,1]; 
 
%Normal distributioin fitting 
xdata = [shear_stress time]; 
beta0 = [10, 10, 10,50] % for normal distribution fitting 
[beta,resnorm]  = 
lsqcurvefit(@CellDamageLaw_NormalDistribution,beta0,xdata,Cell_damage); 
 
%Model Verificationneedle_dia = [150, 250, 330, 410, 510]; 
cell_damage_dia = [0.39, 0.23, 0.10, 0.04, 0.05]; 
error_dia=[0.05 0.06 0.06 0.045 0.040] 
 
pressure_applied = [1 2 3 4 5] 
cell_damage_pressure = [0.03, 0.05, 0.19, 0.24, 0.39]; 
error_pressure=[0.04 0.04 0.055 0.06 0.06] 
 
%velocity distribution in the needle 
k=28.7;   
n=0.78; 
% parameters of the dispensing system 
L=20e‐3; %needle lenght 
D=0.150e‐3; % needle diameter 
R=D/2;% needle radius 
b=R;% 
syms r 
A=n/(n+1); 
beta = [3.0904 10.0814 250.558 634.7271] 
%effect of pressure on cell damage 
for i = 1:15 
        P = 100000+(30000*(i‐1)); 
        B=P*R/(2*k*L); 
        C=1‐power((r/R),1+1/n); 
        V = A*power(B,1/n)*R*C;%velocity distribution in the needle along radius 
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        T = L/V;% cell exposure time 
        stress = P*r/(2*L);%shear stress distribution in the needle along radius 
       
f=inline(r*0.25*(1+erf((stress‐beta(4))/(1.4142*beta(3))))*(1+erf((T‐beta(2))/(1.4142*beta(1)
)))) 
        I1(i)= double(quadl(f,0,b)*2/R^2); 
end 
for i = 1:15 
        P1(i) = 100000+(30000*(i‐1)); 
end 
figure(1); 
errorbar(pressure_applied,  cell_damage_pressure*100,  error_pressure*100,'*');  grid  on; 
hold on; 
plot(P1/1.0e5,I1*100); 
xlabel('Pressure applied(bar)'); 
ylabel('Cell damage (%)'); 
legend('simulation results', 'experimental data'); 
 
%effect of needle diameter on cell damage 
syms r; 
P2=500000 
for i = 1:50 
        D = 1e‐6*(140+(10*i)); 
        R = D/2; 
        B=P2*R/(2*k*L); 
        C=1‐power((r/R),1+1/n); 
        V = A*power(B, 1/n)*R*C;%velocity distribution in the needle along radius 
        T = L/V;% cell exposure time 
        stress = P2*r/(2*L);%shear stress distribution in the needle along radius 
        b = R; 
       
f1=inline(r*0.25*(1+erf((stress‐beta(4))/(1.414*beta(3))))*(1+erf((T‐beta(2))/(1.414*beta(1)))
)) 
        I2(i)= double(quadl(f1,0,b)*2/R^2); 
end 
for i = 1:50 
        D1(i) = 1e‐6*(140+(10*i)); 
end 
figure(2); 
errorbar(needle_dia,cell_damage_dia*100, error_dia*100,'*');grid on; hold on; 
plot(D1*1e6,I2*100); 
xlabel('needle inner diameter(microns)'); 
ylabel('Cell damage (%)'); 
legend('simulation results', 'experimental data'); 
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%effect of needle length on cell damage   
celldamage_length = [4 6 25 38 35]; 
needlelength = [40 60 80 100 120]; 
error_length=[0.037 0.048 0.043 0.047 0.049]; 
 
syms r; 
P2=500000 
D=0.84e‐3; % needle diameter 
for i = 1:120 
        L = 1e‐3*i; 
        R = D/2; 
        B=P2*R/(2*k*L); 
        C=1‐power((r/R),1+1/n); 
        V = A*power(B, 1/n)*R*C;%velocity distribution in the needle along radius 
        T = L/V;% cell exposure time 
        stress = P2*r/(2*L);%shear stress distribution in the needle along radius 
        b = R; 
       
f3=inline(r*0.25*(1+erf((stress‐beta(4))/(1.414*beta(3))))*(1+erf((T‐beta(2))/(1.414*beta(1)))
)) 
        I3(i)= double(quadl(f3,0,b)*2/R^2); 
end 
for i = 1:120 
        L8(i) = i; 
end 
figure(3); 
errorbar(needlelength, celldamage_length, error_length*100,'*'); grid on; hold on; 
plot(L8,I3*100);   
grid on; 
xlabel('needle length(mm)'); 
ylabel('Cell damage (%)'); 
legend('Model prediction','Experimental results'); 
 
%cell damage distribution in the dispensed strand in radial direction 
syms r; 
P2=500000 
L=80e‐3 
D = 0.84e‐3; 
R = D/2; 
for i = 1:421 
        position = (i‐1)*1e‐6; 
        B=P2*R/(2*k*L); 
        C=1‐power((position/R),1+1/n); 
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        V = A*power(B, 1/n)*R*C;%velocity distribution in the needle along radius 
        T = L/V;% cell exposure time 
        stress = P2*position/(2*L);%shear stress distribution in the needle along radius 
        I9(i)=0.25*(1+erf((stress‐beta(4))/(1.414*beta(3))))*(1+erf((T‐beta(2))/(1.414*beta(1)))) 
end 
for i = 1:421 
        position(i) = (i‐1)*1e‐6; 
end 
figure(4); 
plot(position/R,I9*100);hold on; grid on; 
xlabel('needle radial position r/R'); 
ylabel('Cell damage (%)'); 
 
%cell viability estimation under same flow rate conditions. 
D_flow_rate = [0.33 0.41 0.51 0.61 0.84]*1e‐3; 
P_flow_rate = [4.7690 1.9010 0.9020 0.4900 0.193]*1e5; 
celldamage_flowrate = [18 20 6 3 2]; 
error_flowrate=[0.030 0.04 0.020 0.02 0.01]; 
 
syms r; 
L=25.4e‐3; 
for i = 1:5 
        D = D_flow_rate(i); 
        P = P_flow_rate(i); 
        R = D/2; 
        B=P*R/(2*k*L); 
        C=1‐power((r/R),1+1/n); 
        V = A*power(B, 1/n)*R*C;%velocity distribution in the needle along radius 
        T = L/V;% cell exposure time 
        stress = P*r/(2*L);%shear stress distribution in the needle along radius 
        b = R; 
       
f10=inline(r*0.25*(1+erf((stress‐beta(4))/(1.414*beta(3))))*(1+erf((T‐beta(2))/(1.414*beta(1)
)))); 
        I10(i)= double(quadl(f10,0,b)*2/R^2); 
end 
 
figure(5); 
errorbar(1:5, celldamage_flowrate, error_flowrate*100,'*'); grid on; hold on; 
plot(1:5, I10*100);hold on;grid on; 
xlabel('combinition sets of needle diameter and air pressure'); 
ylabel('Cell damage (%)'); 
legend('Model prediction','Experimental results'); 
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3. The following codes employ the method described in chapter 5 
%flow rate codes 
clc; clear all; 
P = 300000; 
%%%cylindrical needle 
Lc = 20e‐3; 
D = 0.25e‐3; 
R = D/2; 
%%%tapered needle 
L = 20e‐3;%25.4e‐3;   
D1 = 0.25e‐3;%%diameter at the exit 
R1 = D1/2; 
D0 = 3.0e‐3;%%diameter at the entry 
R0 = D0/2; 
theta = 0.0685;%atan(R0/L)%rad; 
%%%flow behaviors 
K = 10.80; 
n = 0.53; 
%%flow rate for cylindrical needle 
for i=1:10 
        P = 50000*i; 
        tw = R*P/(2*Lc) 
        Q1(i) = pi*(n/(3*n+1))*power(P/(2*K*Lc), 1/n)*power(R, (3*n+1)/n); 
End 
 
%%flow rate for tapered needle 
for i=1:10 
        P = 50000*i; 
        A = P*3*n*tan(theta)/(2*K*(1‐power(R1/R0, 3*n))); 
        Q2(i) = power(A, 1/n)*pi*R1*R1*R1/4; 
end 
P = [1:10]*50; 
figure(1); 
plot(P, Q1*1e6);hold on;grid on; 
plot([100 200 300, 400, 500], [0.0006 0.003 0.00481 0.00940 0.016], '*'); 
plot(P, Q2*1e6,'‐.');hold on; grid on; 
plot([100 200 300 400 500],[0.3 0.51 1.7 2.6 4], 'o'); 
xlabel('Pressure applied (kPa)'); 
ylabel('Flow rate (mL/s)'); 
legend('simulated  flow  rate  using  cylindrical  needle','experimental  results  using  cylindrical 
needle','simulated  flow  rate  using  tapered  needle','experimental  results  using  tapered 
needle'); 
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%flow rate with needle diameter 
Qc = [0.006 0.02 0.06];%experimental results 
Qt = [1.8 3.1 5.9];%experimental results 
P=300000; 
%%%cylindrical needle 
Lc = 20e‐3; 
D = [0.25 0.33 0.41 0.51]*1e‐3; 
R = D/2; 
%%%tapered needle 
L = 20e‐3;%25.4e‐3;   
D1 = [0.25 0.33 0.41]*1e‐3;%%diameter at the exit 
R1 = D1/2; 
D0 = 3.0e‐3;%%diameter at the entry 
R0 = D0/2; 
theta = [0.0685 0.0665 0.0645]%atan(R0/L)%rad; 
 
for i = 1:17 
        %%flow rate for cylindrical needle 
        D = (i+24)/100000; 
        R = D/2; 
        tw = R*P/(2*Lc); 
        Q3(i) = pi*R*R*R*n*power(tw, 1/n)/(power(K, 1/n)*(3*n+1)); 
        %%flow rate for tapered needle 
        R1=R;   
        theta = atan((D0‐D)/(L*2)); 
        A = P*3*n*tan(theta)/(2*K*(1‐power(R1/R0, 3*n))); 
        Q4(i) = power(A, 1/n)*pi*R1*R1*R1/4; 
end 
Dia = 25:41 
figure(2); 
plot(Dia/100,Q3*1e6);grid on; hold on; 
plot(D1*1e3,Qc,'*'); 
plot(Dia/100,Q4*1e6,'‐.'); 
plot(D1*1e3, Qt,'o'); 
xlabel('needle diameter(mm)'); 
ylabel('flow rate (mL/s)'); 
legend('simulated  flow  rate  for  cylindrical  needle','experimental  results  for  cylindrical 
needle','simulated flow rate for tapered needle','experimental results for tapered needle'); 
 
%cell damage codes 
clear all; clc; 
pressure_applied = [2 3 4 5] 
cell_damage_pressure = [0.01, 0.05, 0.12, 0.18]; 
error_pressure=[0.02 0.035 0.04 0.043] 
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mu = [631.84, 9.88];% 
sigma = [252.63, 3.15];%the first number is for stress and the second for time 
rho = 0.29;%corelation coefficient   
syms stress; syms time; 
pdf  = 
exp((‐1/(2*(1‐rho^2)))*(((stress‐mu(1))/sigma(1))^2‐2*rho*(stress‐mu(1))*(time‐mu(2))/(sig
ma(1)*sigma(2))+((time‐mu(2))/sigma(2))^2))/(2*pi*sigma(1)*sigma(2)*sqrt(1‐rho^2)); 
%reform the pdf for numerical integration 
pdf = char(pdf); 
pdf=strrep(pdf, '*', '.*'); 
pdf=strrep(pdf, '/', './');         
pdf=strrep(pdf, '^', '.^'); 
 
% parameters of the dispensing system 
L=45e‐3; %needle lenght 
D=0.250e‐3; % needle diameter 
R=D/2;        % needle radius 
b=R;% 
syms r 
A=n/(n+1); 
%%%tapered needle 
L_t = 20e‐3;   
Do = 0.25e‐3;%%diameter at the exit 
Ro = Do/2; 
Di = 2.8e‐3;%%diameter at the entry 
Ri = Di/2; 
theta = 0.08;%atan(Ri/L_t)%rad 
 
beta = [3.0904 10.0814 250.558 634.7271] 
%effect of pressure on cell damage 
%k=10.7;   
%n=0.75; 
for i = 1:11 
        P = 200000+(30000*(i‐1)); 
        B=P*R/(2*k*L); 
        C=1‐power((r/R),1+1/n); 
        V = A*power(B,1/n)*R*C;%velocity distribution in the needle along radius 
        T = L/V;% cell exposure time 
        stress = P*r/(2*L);%shear stress distribution in the needle along radius 
       
f=inline(r*0.25*(1+erf((stress‐beta(4))/(1.4142*beta(3))))*(1+erf((T‐beta(2))/(1.4142*beta(1)
)))) 
        I1(i)= double(quad(f,0,b)*2/R^2); 
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        tw = R*P/(2*0.02) 
        Q1(i) = pi*R*R*R*n*power(tw, 1/n)/(power(k, 1/n)*(3*n+1)); 
end 
for i = 1:11 
        k=10.8;n=0.53 
        P = 200000+(30000*(i‐1)); 
        tw = R*P/(2*0.02) 
        Q2(i) = pi*R*R*R*n*power(tw, 1/n)/(power(k, 1/n)*(3*n+1)); 
end 
Q1 = [0.0027 0.0056 0.010 0.015]; 
for i = 1:11 
        P1(i) = 200000+(30000*(i‐1)); 
end 
figure(1); 
errorbar(Q1,  cell_damage_pressure*100,  error_pressure*100,'o');  grid  on;  hold 
on;%experimental data 
plot(Q2*1e6,I1*100); 
errorbar(Q1, [0.8 0.5 2.5 2.5 ], [0.6 0.8 2.2 2.1],'*');%experimental data 
plot(Q1,[0.56 0.43 1.32 3.5])%simulation results from below 
xlabel('Flow rate(mL/s)'); 
ylabel('Cell damage (%)'); 
%legend('simulation results', 'experimental data'); 
 
%Cell damage with needle diameter 
clear all;clc;   
P = 500000; 
%%%cylindrical needle 
Lc = 20e‐3; 
D = [0.25 0.33 0.41 0.51]*1e‐3; 
R = D/2; 
%%%tapered needle 
L_t = 20e‐3;%25.4e‐3;   
D1 = [0.25 0.33 0.41]*1e‐3;%%diameter at the exit 
R1 = D1/2; 
D0 = 3.0e‐3;%%diameter at the entry 
R0 = D0/2; 
theta = [0.0685 0.0665 0.0645]%atan(R0/L)%rad; 
%%%flow behaviors 
K = 25.80%6.73; 
n = 0.76%0.58%0.76; 
 
Q = [0.006 0.02 0.06]%flow rate under 5 bar(mL)with needle d=0.25, 0.33, 0.41 respectively 
%pressure needed for tapered needle to produce the same flow rate above at 

90 
 



%the same diameters. This is no use in the following cell damage 
%calculation 
for i = 1:6 
        Q = i*10e‐8; 
        A = power(Q*(3*n+1)/(pi*n), n); 
        R = power(A*K*2*Lc/P, 1/(3*n+1)); 
        D = 2*R%diameter of cylindrical needle to produce such flow rate under 5 bar 
        BB = 1‐(D/D0)^3; 
        theta = atan((D0‐D)/(L_t*2)); 
        Pt(i) = 2*K*power(4*Q/(pi*R^3),n)*BB/(3*n*tan(theta)); 
end 
 
%%flow rate for cylindrical needle p=5bar,diameter = 0.25‐0.41mm 
mu = [631.84, 9.88];% 
sigma = [252.63, 3.15];%the first number is for stress and the second for time 
rho = 0.29;%corelation coefficient   
 
syms r1; %radius direction in spherical polar coordinates 
syms r2; 
syms r3; %angle direction in spherical polar coordinates 
for i = 1:17 
        D = (i+24)/100000; 
        R = D/2; 
        tw = R*P/(2*Lc); 
        %flow rate using cylindrical needle at the diameter from 0.25‐0.41mm 
        Q1(i) = pi*R*R*R*n*power(tw, 1/n)/(power(K, 1/n)*(3*n+1)); 
 
        D1 = D; 
        R1 = D1/2; 
        theta = atan((D0‐D)/(L_t*2)); 
        L1 = R1/sin(theta); 
        Q = Q1(i);%flow rate obtained in cylindrical needle is substituted into tapered needle 
         
        K  =  10.80%k  and  n  are  different  than  in  cylindrical  needle  because  shear  stress  are 
different 
        n = 0.44% 
        %% cell damage using bivariate normal distribution cell damage law 
        const = 3/(2*pi*(1+2*cos(theta))*(1‐cos(theta))^2);%constant   
        shear_rate = 0.5*const*Q*sin(r3)/(r1^3); 
        stress = K*power(shear_rate, n); 
        v = const*Q*(cos(r3)^2‐cos(theta)^2)/(r2^2);%velocity at r2 location 
        time = ((L_t+L1)^3‐r2^3)/(3*const*Q*(cos(r3)^2‐cos(theta)^2));%time for cells arrive at 
r2 location 
%follow is the possibility density fun of cell damage law 
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%deriverative of stress 
        d_stress = ‐3*n*K*power(0.5*const*Q*sin(r3), n)/power(r1, 3*n+1); 
        d_time = ‐(r2)^2/(const*Q*(cos(r3)^2‐cos(theta)^2)); 
        pdf  = 
exp((‐1/(2*(1‐rho^2)))*(((stress‐mu(1))/sigma(1))^2‐2*rho*(stress‐mu(1))*(d_time‐mu(2))/(si
gma(1)*sigma(2))+((d_time‐mu(2))/sigma(2))^2))/(2*pi*sigma(1)*sigma(2)*sqrt(1‐rho^2)); 
 
        pdf = pdf*d_stress*d_time*r3;%r3 is angle, from cell damage function 
%reform the pdf for numerical integration 
        pdf = char(pdf); 
        pdf=strrep(pdf, '*', '.*'); 
        pdf=strrep(pdf, '/', './');         
        pdf=strrep(pdf, '^', '.^'); 
        celldamge_tapered(i)  =  triplequad(pdf,  L1,L_t+L1,  L1,L_t+L1,0,  0.99*theta,  1e‐6, 
@quad8)*2/theta^2; 
end 
%celldamge_tapered=[0.05032  0.044567 0.032937 0.033766 0.029703 0.021905 0.017281
  0.017139 0.013317 0.010493 0.0085651  0.0071908  0.0053744  0.0048463
  0.0037406  0.0027863  0.0032823] 
%plot(celldamge_tapered); 
 
%cell damage in cylindrical needle 
K = 25.80%6.73; 
n = 0.76%0.58%0.76; 
syms r; 
A=n/(n+1); 
for i = 1:17 
        D = (i+24)/100000; 
        R = D/2; 
        B=P*R/(2*K*Lc); 
        C=1‐power((r/R),1+1/n); 
        V = A*power(B, 1/n)*R*C;%velocity distribution in the needle along radius 
        T = Lc/V;% cell exposure time 
        stress = P*r/(2*Lc);%shear stress distribution in the needle along radius 
       
f1=inline(r*0.25*(1+erf((stress‐mu(1))/(1.414*sigma(1))))*(1+erf((T‐mu(2))/(1.414*sigma(2))
))); 
        I222(i)= quad8(f1,0,R)*2/R^2; 
end 
 
for i=1:17 
        D(i) = (i+24)/100; 
end 
%comparison of cell damage in cylindrical and tapered needle 
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figure(7); 
errorbar([0.250 0.330 0.410],[18 8 4],  [5 3 2],'o');grid on; hold on;%experimental  results  in 
cylindrical needle 
plot(D,I222*100,'‐.');%simulation 
errorbar([0.250  0.330  0.410],[2.0  1.9  1],  [2  2.5  1],'*');%experimental  results  in  tapered 
needle 
plot(D,celldamge_tapered*100,'‐');%simulation 
xlabel('needle inner diameter(mm)'); 
ylabel('Cell damage (%)'); 
 
%cell damage with alginate concentration 
clear all; clc; 
cell_damage = [0.01, 0.03, 0.11, 0.18]; 
error=[0.01 0.015 0.025 0.013] 
 
%%%%    velocity distribution in the needle 
% rheological behavior of Alginate acid Tau = K*power(y, n) 
k1= [3 8 15.85 25.7] 
n1=[0.85 0.83 0.79 0.75] 
k= [2.37 3.01 6.85 10.82] 
n=[0.67 0.65 0.60 0.54] 
%k=17.7;   
%n=0.78; 
%k=10.8 
%n=0.53 
P = 500000; 
 
%%%tapered needle 
L_t = 20e‐3;   
Do = 0.25e‐3;%%diameter at the exit 
Ro = Do/2; 
Di = 3e‐3;%%diameter at the entry 
Ri = Di/2; 
theta = 0.08;%atan(Ri/L_t)%rad 
L1 = Ro/sin(theta); 
 
% parameters of the cylindrical needle 
L=20e‐3; %needle lenght 
D=0.25e‐3; % needle diameter 
R=D/2;        % needle radius 
b=R;% 
syms r 
A=n/(n+1); 
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beta = [2.8 9.0814 250.558 634.7271] 
mu = [634.84, 10];% 
sigma = [250, 3.09];%the first number is for stress and the second for time 
rho = 0.29;%corelation coefficient   
%effect of pressure on cell damage 
P=500000; 
for i = 1:4 
        B=P*R/(2*k1(i)*L); 
        C=1‐power((r/R),1+1/n1(i)); 
        V = A*power(B,1/n1(i))*R*C;%velocity distribution in the needle along radius 
        T = L/V;% cell exposure time 
        stress = P*r/(2*L);%shear stress distribution in the needle along radius 
       
f=inline(r*0.25*(1+erf((stress‐beta(4))/(1.4142*beta(3))))*(1+erf((T‐beta(2))/(1.4142*beta(1)
)))) 
        I1(i)= double(quadl(f,0,b)*2/R^2); 
         
        tw = R*P/(2*0.02) 
        Q1(i) = pi*R*R*R*n(i)*power(tw, 1/n(i))/(power(k(i), 1/n(i))*(3*n(i)+1)); 
 
 
syms r1; %radius direction in spherical polar coordinates 
syms r2;%radius direction in spherical polar coordinates 
syms r3; %angle direction in spherical polar coordinates 
%a = 0.1*theta; 
%for i = 1:5 
Q = Q1(i); %flow rate 
% P = i*1e5; 
%          A1 = P*3*n*tan(theta)/(2*K*(1‐power(Ro/Ri, 3*n))); 
%        Q = power(A1, 1/n)*pi*Ro^3/4; %flow rate 
         
const = 3/(2*pi*(1+2*cos(theta))*(1‐cos(theta))^2);%constant   
shear_rate = 0.5*const*Q*sin(r3)/(r1^3); 
stress = k(i)*power(shear_rate, n(i)); 
v = const*Q*(cos(r3)^2‐cos(theta)^2)/(r2^2);%velocity at r2 location 
%time = (L_t‐r2)^3/(3*const*Q*(cos(r3)^2‐cos(theta)^2));%time for cells arrive at r2 location 
time  =  ((L_t+L1)^3‐r2^3)/(3*const*Q*(cos(r3)^2‐cos(theta)^2));%time  for  cells  arrive  at  r2 

%location 
%%system 
%follow is the possibility density fun of cell damage law 
pdf  = 
exp((‐1/(2*(1‐rho^2)))*(((stress‐mu(1))/sigma(1))^2‐2*rho*(stress‐mu(1))*(time‐mu(2))/(sig
ma(1)*sigma(2))+((time‐mu(2))/sigma(2))^2))/(2*pi*sigma(1)*sigma(2)*sqrt(1‐rho^2)); 
%deriverative of stress 
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d_stress = ‐3*n(i)*k(i)*power(0.5*const*Q*sin(r3), n(i))/power(r1, 3*n(i)+1); 
d_time = ‐(r2)^2/(const*Q*(cos(r3)^2‐cos(theta)^2)); 
pdf = pdf*d_stress*d_time*r3; 
%reform the pdf for numerical integration 
pdf = char(pdf); 
pdf=strrep(pdf, '*', '.*'); 
pdf=strrep(pdf, '/', './');         
pdf=strrep(pdf, '^', '.^'); 
%damage(i) = 2*triplequad(pdf, L1,L_t+L1, L1,L_t+L1,0, 0.9*theta, 1e‐6, @quad8)/theta^2; 
end 
 
figure(1); 
errorbar([2 3 4 5], cell_damage*100, error*100,'o'); grid on; hold on; 
plot([2 3 4 5 ],I1*100); 
errorbar([2 3 4 5], [1.5 0.8 2.5 2.6], [1.5 1 2 2],'*'); 
plot([2 3 4 5],[1.36 1.77 3.1 4.7 ]) 
xlabel('Alginate concentration(%)'); 
ylabel('Cell damage (%)'); 
%legend('simulation results', 'experimental data'); 
 
4. The following codes employ the method described in chapter 6 
clear all; clc; 
%tapered needle parameters 
L_t = 25.4e‐3;   
Do = 0.35e‐3;%diameter at the exit 
Ro = Do/2; 
Di = 3e‐3;%diameter at the entry 
Ri = Di/2; 
theta=atan((Ri‐Ro)/L_t)%rad 
L1 = Ro/sin(theta);%distance from the convergence point of the needle to the needle tip 
%flow behaviors 
K = 13.8; 
n = 0.62; 
Q1 = [12:4:44]*1e‐7; %flow rate 
Q_exp=[1.2 2.5 4.1]*1e‐6; 
Damage_exp = [0.42 0.61 0.77]; 
error_D350 = [0.07 0.062 0.08]; 
 
beta = [3.2 7.2]; 
syms r1; %radius direction in spherical polar coordinates 
syms r2; %angle direction in spherical polar coordinates 
 
for i = 1:length(Q1) 
Q = Q1(i); %flow rate 
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const = 3/(2*pi*(1+2*cos(theta))*(1‐cos(theta))^2);%constant   
shear_rate = 0.5*const*Q*sin(r2)/(r1^3); 
stress = K*power(shear_rate, n); 
v = const*Q*(cos(r2)^2‐cos(theta)^2)/(r1^2);%velocity at r1 location 
time = ((L_t+L1)^3‐r1^3)/(3*const*Q*(cos(r2)^2‐cos(theta)^2));%time for cells arrive at   

        %r1 location 
log_mu = beta(1)/(log(stress)/log(10)‐1.8)‐beta(2); 
mu = 10^(log_mu); 
sigma = mu/5; 
%possibility density fun of cell damage law 
pdf = (1/(sqrt(2*pi)*sigma))*exp(‐(time‐mu)^2/(2*sigma^2)); 
%deriverative of time 
d_time = ‐(r1)^2/(const*Q*(cos(r2)^2‐cos(theta)^2)); 
d_time = ‐d_time;%because of the reverse direction to the coordinate system 
pdf = pdf*d_time*r2;%r2 is from the final cell damage integration equation 
start_theta = asin((100/K)^(1/n)*(L1+L_t)^3/0.5*const*Q);%this is the theta that stress is   
                                                                                              %70 pa at (L1+L_t) 
 
%reform the pdf for numerical integration 
pdf = char(pdf); 
pdf=strrep(pdf, '*', '.*'); 
pdf=strrep(pdf, '/', './');       
pdf=strrep(pdf, '^', '.^'); 
damage(i) = 2*dblquad(pdf, L1,L_t+L1, 0.02, 0.99*theta, 1e‐6, @quad8)/theta^2; 
end 
 
figure(1) 
errorbar(Q_exp*1e6,Damage_exp*100, error_D350*100,'*');grid on; hold on; 
plot(Q1*1e6, damage*100); 
xlabel('Flow rate (mL/s)'); 
ylabel('Cell damage (%)'); 
legend('simulation results', 'experimental data'); 
 
figure(2) 
stress_simu = 500:100:50000; 
log_stress_simu = log10(stress_simu); 
log_mu_simu = beta(1)./(log_stress_simu‐1.8)‐beta(2); 
 
plot(log_stress_simu, log_mu_simu,'linewidth',2);hold on; 
xlabel('log10(stress)'); 
ylabel('log10(time)'); 
 
yy1 = normpdf([1:100], 50, 20); 
plot(yy1*20+3.0,‐5.2+[1:100]*1e‐2); 
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line([3.02,3.42],[‐4.2 ‐4.2]); 
line([3.02 3.02], [‐4.2 ‐5.2]); 
 
yy2 = normpdf([1:100], 50, 20); 
plot(yy2*20+3.5,‐5.8+[1:100]*0.7e‐2); 
line([3.52,3.90],[‐5.1 ‐5.1]); 
line([3.52 3.52], [‐5.1 ‐5.8]); 
 
yy3 = normpdf([1:100], 50, 20); 
plot(yy3*20+4.0,‐6.1+[1:100]*0.5e‐2); 
line([4.02 4.4],[‐5.6 ‐5.6]); 
line([4.02 4.02], [‐5.6 ‐6.1]); 
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